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Abstract
The presented thesis treats the local structural and electronic modification
induced by point defects incorptorated in sp2-bonded carbon networks. The
work is motivated by the ongoing efforts to miniaturise electronic devices down
to the molecular level. The electronic properties of devices working at this
level can be substantially altered due to the presence of single atomic defects.
Carbon-based structures are thought to have a great potential in the field of
molecular electronics due to the variety of electronic properties they can exhibit.
For instance, carbon nanotubes, which consist of rolled-up graphene sheets
can show either semiconducting or metallic conduction, depending on their
diameter and chiral angle. For the local modification of the electronic structure
of sp2-bonded carbon, hydrogen chemisorption is particularly interesting, since
it induces a rehybridisation of the carbon orbitals to a sp3-configuration.
The first two chapters of this thesis start with some introductory remarks
in order to point out the scope of the presented work and give a brief review
of the properties of carbon allotropes and the experimental methods used for
the presented investigations.
Our experimental results on the interaction of hydrogen with sp2-bonded
carbon are presented in chapter 3, where we discuss the influence of the local
curvature of the carbon network on the adsorption energy barrier for hydrogen
chemisorption. For this purpose we studied the interaction of atomic and ionic
hydrogen with C60 molecules, single-walled carbon nanotubes and graphite by
means of photoemission experiments. The samples have been chosen to repre-
sent a wide range of curvatures in the sp2-bonded carbon network. Our findings
show a pronounced increase of the adsorption energy barrier with decreasing
local curvature of the carbon surface. Furthermore, the adsorption energy
barrier shows a marked dependence on the hydrogen coverage. The observed
behaviour is attributed to the increasing sp3-character of the hybridisation as
the local curvature of the carbon network is increased.
The fourth chapter treats the local modifications of the electronic structure
in the vicinity of defects at the graphite surface. Scanning probe microscopy
studies reveal a long-range redistribution of the charge density induced by hy-
drogen adsorption sites and atomic vacancies. For single atomic defects the
range of the induced electronic modifications is of the order of 6 nm. The un-
derlying effect for this redistribution is large momentum scattering of electron
waves at the defect sites which results in standing waves in the charge den-
sity. The interference of such standing waves results in a variety of patterns in
the charge distribution, where their symmetry is directly related to the Fermi
surface of graphite, as can be shown by a simulation.
Polycyclic aromatic hydrocarbons can be viewed as being hydrogen termi-
nated graphite sections on the molecular level. Their exactly controllable size
and the possibility to attach functional chains make them attractive for the ap-
plication as building blocks for molecular devices. In chapter 5, we present the
investigations of the self-assembly of hexa-peri -hexabenzocoronene (HBC) at
metal surfaces. The X-ray photoelectron diffraction study reveals the growth
of columnar structures, where the disc-shaped molecules are stacked paral-
lel to each other due to the non-covalent interaction between the molecules.
The seperation between the columns has been found to depend on the two-
dimensional lattice formed by the first molecular monolayer and is, therefore,
substrate dependent.
Zusammenfassung
Das Thema dieser Doktorarbeit ist die Untersuchung des Einflusses von
Punktdefekten auf die lokale elektronische Struktur von sp2-gebundenem Koh-
lenstoff. Die Motivation fu¨r die vorgelegte Arbeit sind die Bestrebungen, die
zentralen Komponenten von elektronischen Schaltkreisen auf die La¨ngenskala
von molekularen Strukturen zu reduzieren (∼ nm). Die elektronischen Eigen-
schaften von Strukturen dieser Gro¨ssenordnung werden massgeblich von atom-
aren Defekten beeinflusst, weshalb das genaue Kennen derer Auswirkungen
von grosser Wichtigkeit ist. Auf Kohlenstoff basierende Strukturen sind dabei
besonders interessant, da sie sich durch eine Vielfalt von elektronischen Eigen-
schaften auszeichnen. Zum Beispiel ko¨nnen Kohlenstoff - Nanoro¨hrchen je nach
Durchmesser und Chiralita¨t halbleitendes oder metallisches Leitungsverhalten
zeigen. Fu¨r die lokale Vera¨nderung der elektronischen Eigenschaften von sp2-
gebundenem Kohlenstoff ist die Chemisorption von Wasserstoff besonders in-
teressant, da sie eine lokale sp3-Hybridisierung der Kohlenstofforbitale bewirkt.
Die ersten zwei Kapitel dieser Doktorarbeit geben einen kurzen U¨berblick
u¨ber die Eigenschaften der verschiedenen Formen von Kohlenstoff sowie u¨ber
die verwendeten experimentellen Methoden, Photoelektronenspektroskopie und
Rastersondenmikroskopie.
Im dritten Kapitel diskutieren wir die Untersuchungen, die wir bezu¨glich
der Wechselwirkung zwischen Wasserstoff und sp2-gebundenem Kohlenstoff
gemacht haben. Die zentrale Fragestellung dabei ist der Einfluss der lokalen
Kru¨mmung der Kohlenstoffstrukturen auf die Chemisorption des Wasserstoffs.
Dazu wurden C60-Moleku¨le, einwandige Kohlenstoff-Nanoro¨hrchen, sowie Gra-
phit untersucht, womit ein grosser Bereich von verschiedenen Kru¨mmungen
in sp2-gebundenem Kohlenstoff abgedeckt ist. Unsere Resultate zeigen, dass
grosse Kru¨mmungen im Kohlenstoffgitter zu einer erniedrigten Energiebarriere
fu¨r die Chemisorption von Wasserstoff fu¨hren. Des weiteren wurde eine aus-
gepra¨gte A¨nderung dieser Energiebarriere als Funktion der Wasserstoffbedeck-
ung festgestellt.
Im vierten Kapitel berichten wir von Resultaten zu den lokalen A¨nderungen
der elektronische Struktur in der Na¨he von Punktdefekten im Graphitgitter.
Die Rastersondenmikroskopiemessungen zeigen eine langreichtweitige Neuver-
teilung der Ladungsdichte, die von einzelnen adsorbierten Wasserstoffatomen
und atomaren Fehlstellen induziert wird. Der Ursprung fu¨r diese Neuverteilung
ist die Streuung der Elektronen an den Defektstellen, was zu stehenden Wellen
in der Ladungsdichte fu¨hrt. Die Interferenz von stehenden Wellen, die ihren Ur-
sprung bei verschiedenen Defekten haben, ergibt eine Vielzahl von Strukturen
in der Ladungsverteilung. Eine Simulation der experimentell beobachteten
Ladungsverteilungen zeigt, dass deren Symmetrie direkt mit den Konturen der
Fermifla¨che von Graphit zusammenha¨ngt.
Polyzyklische aromatische Kohlenwasserstoffe sind Moleku¨le, die als wasser-
stoffterminierte Graphitteilstu¨cke angesehen werden ko¨nnen. Ihre exakt kon-
trollierbare Gro¨sse sowie die Mo¨glichkeit, sie mit chemisch funktionellen Ket-
ten zu versehen, machen sie interssant fu¨r die Verwendung als Bausteine fu¨r
den Bau von funktionalisierten molekularen Strukturen. Das letzte Kapitel
bescha¨ftigt sich mit Untersuchungen, die wir bezu¨glich der Selbstorganisation
von polyzyklischen aromatischen Kohlenwasserstoffen an Metalloberfla¨chen aus-
gefu¨hrt haben. Die mit Photoelektronendiffraktion unternommene Studie of-
fenbart das Ausbilden von turmartigen Strukturen, wobei die scheibenfo¨rmigen
Moleku¨le parallel zueinander gestapelt sind und ihre Orientierung bei wach-
sender Stapelho¨he erhalten bleibt. Die Turmabsta¨nde werden dabei vom Git-
ter, das die erste Moleku¨llage bildet, vorgegeben. Dieses wiederum ha¨ngt von
der Struktur des gewa¨hlten Substrates ab, womit eine Variation der Distanz
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Chapter 1
Introduction
1.1 Introductary Remarks and Scope
In 1959 Richard Feynman gave his nowadays famous lecture “There’s Plenty
of Room at the Bottom”. The purpose of his talk was to convince the audience
that there are new laws to be discovered and to be taken into account when
structures are miniaturised down to the atomic level. For instance, he antici-
pated that quantised energy levels that are characteristic for structures on the
atomic scale could be used for a new information technology.
Technological developements of the last four decades were marked by enor-
mous efforts to miniaturise electronic devices in order to increase computational
speed and the transistor density. The progress made has led to today’s semi-
conductor technology, which allows the integration of 55 million transistors on
a single chip (P4, Intel) with a density as high as 300’000 per mm2 at a price
of about 10−4 cents per transistor. Although the miniaturisation of the struc-
tures has progressed at an enormous pace, this “top-down” strategy, where
the existing technology is stressed to create ever-smaller features, will reach
fundamental limits within the next few years, making alternative approaches
necessary.
The invention of the Scanning Probe Microsopy techniques in the early
1980’s has set a milestone in science. These methods offered for the first time
the possibility of direct imaging and manipulation of individual atoms and
molecules. What has been forseen by Feynman, could now be realised by using
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these techniques: The building of small structures where quantum mechanical
effects predominate. This new ability for building functional structures out
of individual atoms or molecules, a technique belonging to the “bottom-up”
strategy, has initiated a large number of activities in the field of the so called
nano-technology. Beside the interest for possible applications, the builiding of
such low-dimensional structures is also attractive from an academic point of
view, since their physical and chemical properties can be very different from
those of the bulk.
In recent years carbon has attracted much interest as a post-silicon elec-
tronic material, due to the variety of stable forms and electronic properties. In
particular, the discovery of the carbon nanotubes in 1991 has motivated a large
number of studies of their electronic and mechanical properties in view of po-
tential applications for electronic devices on the nanometer scale. However, for
structures on the nanometer scale a high sensitivity of the electronic properties
to the presence of defects has to be expected. This has been observed in several
studies of the charge transport properties of carbon nanotubes where defects
act as scatterers for the conduction electrons and may substantially alter the
electronic properties compared to the defect-free tube. On the other hand, a
controlled introduction of such defects can be used to “design” functions on
individual molecules. Due to its unequalled lateral resolution scanning probe
microscopy is the only technique which is capable of imaging individual defect
sites and the modifications in the electronic structure induced by the defect.
Of particular interest are the scattering properties and the position-dependent
charge redistribution induced by defects. This modified properties influence
the transport properties and the local reactivity, respectively.
Another approach within the “bottom-up” strategy is the self-assembly of
molecules where the components of the individual molecules are designed to
create parts attracting each other in a way to steer the final structure. Com-
pared to the positioning of individual molecules by scanning probe techniques
it has the advantage of building a large number of structures simultaneously.
One promising way to grow such nano-structures in a controlled way is the
combination of traditional methods for the definition of nucleation centers and
self-assembly for the growth itself.
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The presented thesis contributes to the above mentioned questions by a
study of defect-induced modifications in the topography and the electronic
structure of sp2-bonded carbon. Within this context, hydrogen is a particu-
larly attractive candidate for the modification of the local electronic structure,
since its chemisorption on the basal plane of sp2-bonded carbon results in a lo-
cal rehybridisation to a sp3-configuration of the carbon orbitals, which locally
removes the electron states from the Fermi level. This can act as scattering
center for the delocalised electrons. The interaction of hydrogen with sp2-
bonded carbon is investigated on materials having different local curvatures
in the carbon network, namely graphite, single-walled carbon nanotubes and
C60. The study of the local modifications induced by defects such as hydrogen
chemisorption sites and atomic vacancies has been performed on graphite using
scanning probe microscopy. Due to its flat and largely defect-free arrangement
of the sp2-bonded carbon layers, graphite is the ideal substrate for the study
of long-range modifications of the electronic structure induced by artificially
introduced defects.
In a second part we address the question of the self-assembly of polycyclic
aromatic hydrocarbons at metal surfaces. The presented results focus on the
structural arrangement of theses disc-shaped molecules for which the three-
dimensional arrangement is found to depend on the intermolecular interaction
as well as from the substrate-molecule interaction.
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1.2 Carbon allotropes
Carbon is a group IV element with the atomic number 6 and has the electronic
configuration 1s22s22p2 . Carbon materials span an enormous range of me-
chanical and electonic properties that is larger than that of any other element.
Even for materials containing exclusively carbon, a very wide range of material
properties is observed. Regarding the mechanical properties of pure carbon
structures we find on the one hand diamond with an extraordinary hardness
and on the other hand graphite with a very weak interlayer bonding making it
a good lubricant. The large range of properties for carbon materials is mainly
due to the fact, that carbon can form different bonding configurations by rear-
ranging its outer electrons. This reconfiguration of the 2s and the 2p electrons
is called hybridisation.
1.2.1 Diamond
One possible hybridisation consists of the linear combination of one s-state and
three p-states resulting in a tetrahedral arrangement of the bonds, each at an
angle of 109.5◦ to the other. The configuration is called sp3 and results in a
coordination number of four.
Diamond is one example of a structure that satisfies this bonding arrange-
ment. The symmetry of the diamond lattice is cubic and the atom arrangement
can be described by two face-centered cubic (fcc) lattices with one lattice dis-
placed by one-quarter of the unit cell (a = 3.57A˚) along the [111] direction.
This results in an atomic lattice with a nearest-neighbour distance of 1.54 A˚
which has the highest atom density of all elements although the low coordina-
tion number of 4 of the atom arrangement inidicates, that the structure is far
from being close-packed. The band structure of diamond is characterised by a
large energy gap of 5.5 eV between valence band maximum and the conduc-
tion band minimum. This makes it, in the undoped case, an insulator with a
resistivity of ∼ 1020 Ωcm at room temperature.
The large carrier mobility and the thermal properties make diamond an
interesting material for electronic applications. The p-type doping has been
realised with boron, resulting in an acceptor level at 0.37 eV above the valence
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band maximum [2]. However, n-type doping on the other hand has proven to
be very difficult. Although substitutional doping can be achieved using the
group V element nitrogen, the donor level at 1.7 eV below the conduction
band minimum is far too low to be excited to the conduction band at room
temperature [3]. Current investigations try to substitutionally dope diamond
with phosphorus, another group V element, and with lithium and sodium, two
Table 1.1: Properties of graphite and diamond [4]. The anisotropic properties for
graphite are given separately (left column in-plane values and right column for the
values along the c-axis).
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Figure 1.1: (a) Illustration of the electron charge cloud for the sp2 hybridisation [1].
(b) Three-dimensional graphite lattice with lattice vectors and the unit cell (dashed
lines).
group I elements which are expected to be incorporated on interstitial lattice
positions.
1.2.2 Graphite
Another possible configuration for the bonding electrons occurs for carbon
atoms that are arranged in a honeycomb network. In this geometry, bond-
ing orbitals composed of one s and two p orbitals (sp2) are formed 120◦ to each
other in the same plane. These form the strong covalent bonds between the
carbon atoms in graphite and are called σ-bonds. The resulting atom lattice
consists of a hexagonal atom arrangement with a nearest-neighbour distance
of 1.421 A˚, which is about 7% shorter than in the diamond lattice. The one
remaining orbital is delocalised and has a pz configuration, called pi-orbital.
The large interlayer separation of 3.354 A˚ leads to the very anisotropic
properties of graphite (Table 1.1) and an atomic density of 1.14·1023 atoms/cm3,
which is lower compared to the atomic density of diamond. Under ambient con-
ditions, graphite is the thermodynamically stable form of solid carbon, whereas
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diamond is only metastable.
The density of states (DOS) of graphite is shown in Fig. 1.2. Near the
Fermi level, the DOS consists exclusively of the delocalised pi-electrons. These
states are directly related to the presence of sp2-bonded carbon and their spec-
tral weight in a photoemission spectrum allows, for example, the determination
of the fraction of sp2-bonded carbon in amorphous carbon [7].
The two-dimensional dispersion relation for the pi-electron system can be
calculated within the tight-binding approximation [5] and is displayed in Fig.
1.3. If the interaction between the sheets is neglected (treating a single graphite
layer, called graphene), the DOS at the Fermi level EF drops to zero. This is due
to the fact, that the occupied pi-bands and the unoccupied pi∗-bands just touch
at the corners of the first Brillouin zone, called the K points, making graphene
a zero bandgap semiconductor. The Fermi surface consists in this case of the
six K points. The occupied and the unoccupied pi-bands are symmetric with
respect to Fermi energy EF . The displayed hexagon shows the two-dimensional
Figure 1.2: (a) Schematic representation of the DOS of graphite showing the energy
position of the pi- and σ-derived states relative to the Fermi level EF . (b) First
Brillouin zone of graphite showing the special points in the reciprocal lattice.
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Figure 1.3: (a) Band dispersion of the occupied and unoccupied pi-bands in the first
Brillouin zone of graphene. The greyscales indicate the energy relative to the Fermi
level EF : Black corresponds to -8.4 eV and white to 8.4 eV. The white lines show
the two-dimensional Brillouin zone.
Brillouin zone and defines the plane with E = EF . The bottom of the occupied
band is related to the nearest neighbour C-C overlap integral γ0 and is, for the
honeycomb structure, equal to 3γ0. For graphite, γ0 can be estimated to be
2.8 ± 0.2 eV [8]. The overlap of the pi-orbitals on adjacent atoms of the same
layer is the reason for the delocalisation of the pi-states and is responsible for
the high charge carrier mobility in graphite.
The description of graphene, however, is not sufficient to understand the
properties of three-dimensional graphite, in particular regarding the pi-states
near the Fermi level. The weak interlayer bonding of graphite, which is often
incorrectly referred to as Van der Waals bonding, originates from the small
overlap of the pi-orbitals between atoms of adjacent layers. This creates two
types of atoms, since in the ABA stacked graphite, only one half of the atoms,
called α-atoms, are positioned above an atom of the adjacent layer. The con-
sequence on the electronic structure is that the degeneracy of the pi-bands is
lifted.
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Figure 1.4 shows band structure calculations for different separations be-
tween adjacent graphene layers. The calculation has been performed with the
WIEN97 code [9] using the generalised gradient approximation (GGA). The
calculation with a large interlayer distance of 8 A˚ yields the band structure of
two-dimensional graphite, i.e. the interaction between adjacent layers can be
neglected and the occupied and unoccupied pi-bands just touch at the corners
of the Brillouin zone.
However, if the interlayer seperation is reduced to the one of graphite (3.35
A˚), the interaction between the pi-electrons of subsequent layers is observed as
a splitting of the bands, which is most pronounced for the pi-bands. The marker
size in the bandplot of graphite has been chosen to reflect the band character in
Figure 1.4: Band structure of graphite and graphene as calculated using the WIEN
code [9]. The band structure of graphene has been simulated by increasing the
interlayer distance c/2 of the graphite structure to 8 A˚. For graphite, the marker
size reflects the band character in terms of the valence charge originating from the
β-atom.
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Figure 1.5: (a) Experimental STM current images. The area was scanned in the
‘constant height’ mode with a tunneling voltage of 0.5 V. (b) LDOS calculated with
WIEN [9] in a range of 2.84 A˚× 2.46 A˚ for a height of 4 A˚ above the suface carbon
layer. The density plot comprises states between 0.5 eV binding energy and the
Fermi level EF . Positions of α- and β-atoms are marked by white and black circles,
respectively. The line profile shows the calculated LDOS for y = 1.23 A˚.
terms of the valence charge originating from the β-atom. This representation
shows that only the pi-electrons related to the β-atoms contribute to the DOS
near the Fermi level EF . The bands related to the α-atom show an energy gap
of ∼1.4 eV at the K-point. The remaining bands show a small overlap of 40
meV at the K-points and transform the Fermi surface, consisting of six points
for graphene, into six small pockets around the K points for three-dimensional
graphite. It is this tiny interaction between the pi-electrons of adjacent layers
which makes three-dimensional graphite a semimetal.
The large asymmetry between the pi-band related to the α and the β atoms
is also observed in the real space charge distribution. For probes that are sen-
sitive to the local density of states (LDOS) near the EF , as for instance STM,
maxima in the tunneling current are detected exclusively on the β-atoms. An
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Figure 1.6: Buckminster (C60) fullerene.
experimental current image is shown in Fig. 1.5 which has been recorded with
a gap voltage of 0.5 V. Instead of the hexagonal structure expected from the
honeycomb arrangement of the carbon atoms in a layer, a trigonal symmetry
consisting of maxima in the tunneling current observed on every second atom
only is imaged. Figure 1.5 (b) shows the calculation of the LDOS using the
WIEN97 code [9]. In order to simulate the surface we used a supercell con-
taining two graphene layers separated by 3.35 A˚ and 12 A˚ of empty space.
This allows the calculation of the LDOS at a typical STM height of 4 A˚ above
the surface. The results show, that the interlayer interaction results in a very
small DOS near EF that is positioned at the position of the α-atoms. For lower
tunneling voltages, i.e. a further restriction on the energy difference to EF of
the states probed in the scan, the asymmetry between α- and β-atoms becoms
even more pronounced. The calculated density plot for states having a binding
energy of EB ≤ 150 meV yields a LDOS on the α-atoms that is even lower than
above the center of the hexagon, where no atom resides.
1.2.3 Carbon Fullerenes and Nanotubes
Fullerenes can be viewed as closed networks of sp2-bonded carbon. The local
curvature needed for the closure is induced by the incorporation of pentagons
in the atomic arrangement. The experimental discovery of fullerenes occured
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in the investigation of unusual infrared emission from large carbon clusters
streaming out of red giant carbon stars [10] and the development of a laser
vaporisation cluster technique to produce such kind of carbon clusters [11].
According to Euler’s theorem, twelve pentagons are required to close a struc-
ture. The most stable molecule is C60 (Fig. 1.6), where the 60 carbon atoms
are identical and are located at the corners of a truncated icosahedron.
Another class of carbon nanostructures related to the fullerenes was dis-
covered in 1991 by S. Iijima [12] and consists of rolled-up grahene sheets, the
so-called carbon nanotubes. Depending on the number of shells present in the
tube, one refers to single-walled nanotubes (SWNT) or multi-walled nanotubes
(MWNT). Typical dimensions of the tubes are one to serveral nanometers in
diameter and a length of several hundred nanometer. A direct application
of the structural properties of nanotubes is the use of nanotubes as electron
field emitters. The high aspect ratio leads to a large local field enhancement
factor and lowers the required macroscopic electric field by a factor of a few
hundreds [13,14].
The bandstructure of SWNT can basically be explained by the dispersion
relation calculated for graphene. However, one important restriction on the
allowed states originates from the periodic boundary conditions in the circum-
ferential direction of the tube. This reduces drastically the number of allowed
wavevectors in this direction and leads to the one-dimensionality of the bands,
which expresses itself in the appearance of van Hove singularities in the density
of states.
Fig. 1.7 (b) shows the band dispersion of graphene as a grey-level plot
and the allowed states for a (5,5) SWNT (black lines). This representation
of the allowed states shows that the electronic properties of SWNT are di-
rectly related to the chirality of the tube. The tubes are metallic if the al-
lowed wavevectors cross the K point of the Brillouin zone or are otherwise
semiconducting. Using the description with the wrapping vector (n,m), the
tubes are metallic if n − m = 3i, i being an integer, or are semiconducting
if n − m 6= 3i. The energy bandgap of semiconducting tubes decreases with
increasing tube diameter according to Eg =
γ0aC−C
dT
[4]. Here, aC−C denotes
the nearest-neighbour distance in graphene and dT the tube diameter which is
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Figure 1.7: (a) Wrapping vectors (n,m) for two SWNT. (b) 2D-band dispersion
for graphene [5] with allowed wavevectors for a (5,5) SWNT (black lines). (c)-(e)
Armchair tube, zigzag tube, and chiral tube, from Ref. [4].




m2 +mn+ n2/pi. This leads to a bandgap of 0.34 eV
for a typical tube diameter of 1.2 nm.
For metallic tubes, the electronic behaviour is determined by the states
near the Fermi level which consist of two degenerate pi-bands (Fig. 1.4). These
two bands have opposite slopes at the K-points and thus describe two forward-
and two backward-moving channels of the delocalised electrons.
Limiting the size of the tube anlong the tube axis results in a further
restriction of the allowed wavevectors and replaces the lines in Fig. 1.7(b) by
chains of points. Acoordingly, the energy spectrum of the allowed wavevectors
becomes discrete and the one-dimensional bands are replaced by molecular
22 Chapter 1: Introduction
Figure 1.8: Charge density of the curvature induced state at the Fermi level in units
of e/(a.u.)3 for a (6, 0)-tube [19].
orbitals. These indvidual molecular wavefunctions have been observed [15]
using low-temperature STM on a SWNT cut to a length of ∼30 nm.
The unique electronic properties and the low defect density achieved with
today’s growth techniques make nanotubes a good candidate for the investi-
gation and development of molecular electronics. Among the important works
on this road is the realisation of a room temperature single electron transis-
tor, which is based on the local chemical modification of a SWNT [16]. The
modified part of the nanotube (∼ 10 nm) acts as a quantum dot with discrete
energy levels, whereas the unmodified parts of the tube serve as leads to the
dot.
Local modifications on a nanotube, such as structural defects and chemisorp-
tion of adatoms induce important modifications in the electronic structure.
Such defects can potentially be used to incorporate tunneling junctions [17]
and electron scatter centers [18] on a SWNT. We address the question of the
local electronic modifications of a sp2-bonded carbon network containing point
defects, such as adsorption sites and atomic vacancies in chapter 4.
For both, carbon nanotubes and fullerenes, the hybridisation of the car-
bon atoms is generally described with the sp2-arrangement although the bonds
between adjacent atoms are located on a curved surface. This deviation from
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planarity, however, leads to some admixture of sp3-character to the bonding
configuration. The curvature in the carbon network can also be regarded as
a partial tetrahedrisation of the bonding configuration which depends on the
radius of curvature and if the structure is curved only in one dimension (nan-
otubes) or in two dimensions (fullerenes). Blase et al. [19] calculated the band-
structure of SWNT with various tube diameters within the local density ap-
proximation (LDA). They found an increasing hybridisation of the pi∗ and the
σ∗ for small tubes and a charge distribution (Fig. 1.8) of this state which is
not symmetric with respect to the surface containing the carbon atoms. This
asymmetry is not consistent with pure pi-states and indicates the rehybridis-
ation in highly curved structures such as small diameter nanotubes and C60
molecules. This unsaturated sp3-like orbital which is developed normal to the
surface containing the carbon atoms has to be expected to alter the energy
barriers for chemisoption of elements. We address this question for the case of
the interaction of hydrogen with sp2-bonded carbon as a function of curvature
in chapter 3.
1.2.4 Polycyclic Aromatic Hydrocarbons
Recent years have brough much interest to the class of large organic molecules.
Among this vast class of molecules Polycyclic Aromatic Hydrocarbons (PAHs)
have attracted particular interest in view of their self-assembly and transport
properties [20,21]. The PAHs consist of an aromatic core of variable size which
may be surrounded by functional chains. The packing of these molecules is
largely dominated by the pi-pi interaction between the cores and may be varied
by changing the core size. The binding energies between these large molecules
are of the order of a typical chemical bond. Figure 1.9 shows the structure of
hexa-peri -hexabenzocoronene (HBC) which consists of a core of 13 aromatic
rings. The solubility of the molecules can be controlled by the chains at-
tached to the HBC core. For instance, alkyl-substituted derivatives of HBC
(R=C10H21, C12H25) show a high solubility and self-assemble into columnar
structures for which a high conductivity along the column axis has been ob-
served [22]. This one-dimensional conductivity is related to the overlap of the
pi-orbitals of adjacent molecules in the columns. In view of potential appli-
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Figure 1.9: Structure of the HBC moledule. R represents chains that may be attached
to the molecule or hydrogen atoms in the unsubstituted case (C42H18).
cations the growth with controlled column orientation and separation at solid
surfaces would be interesting. We address the question of the growth mode of
the insoluble unsubstituted HBC at noble metal surfaces in chapter 5.
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Chapter 2
Experimental Techniques
2.1 Scanning Probe Microscopy
In contrast to other microscopy techniques, imaging with scanning probe mi-
croscopy (SPM) does not require a complex lens system to collect the emitted
or reflected particles (electrons, photons, . . . ) from the sample. Instead, SPM
probes the sample surface via tip-sample interactions on a characteristic area
which is defined by the dimensions of the tip apex and the tip-sample sepa-
ration. This allows a resolution on the lengthscale of the atom if tip-sample
separations of a few A˚ and atomically sharp tips are used.
2.1.1 Scanning Tunneling Microscopy
As suggested by its name, imaging using Scanning Tunneling Microscopy (STM)
is based on the quantum mechanical tunneling of electrons between the tip and
the sample. The invention of the STM in 1981 by Binnig and Rohrer [1,2] had
a large impact in surface science and opened the door for the imaging and the
manipulation of structures on the atomic scale. One considerable breakthrough
needed for this microscope was the ability to control the tip-surface separation
with picometer resolution which was achieved using piezoelectric transducers.
The required tip-sample separation for low energy electron tunneling is of
the order of 3 - 5 A˚, the distance where the electron wavefunctions of the tip
and the sample start to overlap. Applying a voltage between tip and sample
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yields the situation depicted in Fig. 2.1(b). Depending on the sign of the
applied gap voltage Vt, electrons will tunnel from the occupied states or into
the unoccupied states of the sample [4, 5]. If an equal work function Φ for the
sample and the tip are assumed, the tunneling probability for electrons is given
by
P ∝ Vt · exp(−
√
Φ · z) (2.1)
where z denotes the tip-sample separation and Vt is the applied gap voltage.
For typical metals (Φ ' 5 eV), the current is reduced by a factor of ten if the
tip is retracted by ∼ 1A˚. It is this extreme sensitivity which is responsible for
the high vertical resolution of (≤ 0.1A˚) of the STM.
The usual measurement mode is the constant current mode where the
distance z is adjusted during the xy-scan in order to maintain a given setpoint
current (of the order of 1 nA, Fig. 2.1). Alternatively, the sample is scanned
Figure 2.1: (a) Schematic representation of the STM. The piezo tube allows the
movement of the sample in three directions and can thus execute both, the xy-
scanning and the distance control. The distance is controlled by using the tunneling
current as feedback signal. (b) Schematic energy diagram for tunneling junction
between the metal tip and a metallic sample. Vt is the applied voltage and z is the
tip-sample distance.
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in the constant heigth mode and the variations in the tunneling current are
recorded.
Tersoff [6, 7] has modeled the tunneling junction by assuming a spherical
tip with radius R and electronic tip states with s-symmetry. For low gap
voltages, the three-dimensional treatment of the problem gives a description of




|ψµ(r0)|2δ(Eµ − EF ) = ρs(r0, EF ), |r0| = R + z (2.2)
This important result shows that the measured tunneling current at r0 de-
pends only on the sample wavefunctions and is proportional to the LDOS of
the sample at the Fermi level if small bias voltages are applied. Accordingly,
measurements in the constant current mode image a surface of constant density
of states at EF .





According to this expression, STM probes the occupied or the unoccupied
states near the Fermi level depending on the sign of the bias voltage applied
to the sample (Fig. 2.1 (b)). However, the expression is not strictly correct,
since the energy-dependence of the matrix elements and the tip wave function
has been neglected. Nevertheless, Eq. 2.3 is a reasonable approximation for
many purposes as long as the bias voltage is considerably smaller than the
work function [9]. As an example we show constant current scans on the (7x7)
reconstructed Si(111) surface in Fig. 2.2. The data has been recorded with a
sample of +1.6 V and -1.5 V, respectively. The comparison of the two scans
shows the different distribution of the occupied and unoccupied states within
the unit cell of the reconstructed surface. Comparison with the atom positions
within the unit cell shows further, that positions with a high LDOS do not
necessarliy coincide with atom positions.
A detailed description of the theory of STM and scanning tunneling spec-
troscopy is given in the book edited by D. Bonnell [9].
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Figure 2.2: Constant current images of the (7 x 7) reconstructed Si(111) surface. (a)
Empty state image recorded at a sample bias of -1.6 V and a tunneling current of 0.3
nA. The scan range is 6 nm x 7.4 nm. (b) Occupied state image recorded at 1.5 V
and 0.5 nA. (c) Atom arrangement within the unit cell of the reconstructed surface
taken from [8]. The size of the circles reflects the distance of the atoms with respect
to the top layer (largest circles).
Beside all the advantages of an imaging tool that reveals the local DOS, it
brings up the difficulty of the interpretation of the recorded images, since the
recorded topography reflects a superposition of the real-space topography and
the variations in the LDOS. This applies especially for the imaging of defects,
which have in general a low symmetry and for which the topographic structure
is usually unknown.
2.1.2 Atomic Force Microscopy
One attempt to overcome this deficiency, is the use of Atomic Force Microscopy
(AFM), which detects the forces acting on the tip. AFM is sensitive to the total
valence charge and thus reproduces an image which is near the real topographic
structure of the surface.
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The developement of the AFM was mostly motivated by the desire to
build a SPM for insulators that achieves a similar resolution as STM on met-
als [3]. AFM is based on the same scanning technique as STM (Fig. 2.1 (a)),
but uses, instead of the tunneling current, a constant force detected as a de-
flection of the tip holder (cantilever), as feedback signal. Depending on the
tip-sample separation and the tip material, AFM is capable to detect a large
variety of short-range and long-range interaction. During the past two decades
various scanning probe techniques have been developped including electrostatic
force microscopy, magnetic force microscopy and near-field scanning optical mi-
croscopy. Very good overviews on the measurement modes of AFM and on the
intermolecular forces are given in the books of Bonnell [9] and Israelachevili [10],
respectively.
Obviously, if the tip is in contact with the sample, predominantly repulsive
forces induced by Pauli exclusion are experienced. This contact mode is thus
sensitive to the total valence charge and reflects the topography of the sample.
In order to get a complete description of a defect and its influence on the
electronic structure of the substrate, the combination of AFM and STM would
be desirable. One way to do so, is scanning the surface in the constant force
mode by using a conductive AFM tip and simultaneously applying a voltage
to the tip. This measurement mode allows the separation of structural and
electronic information in the way taht the recorded distance variations reflect
the surface topography and the variations in the current signal reveal the LDOS.
2.2 Photoelectron Spectroscopy
Photoelectron spectroscopy is nowadays a well established tool for the chemical
and structural analysis of the near-surface region of solids. The method is based
on the detection of electrons that are emitted into vacuum via the photoelectric
effect. The original motivation and the first application of the method, the
developement of corrosion resistant materials, are well reflected in its name:
Electron Spectroscopy for Chemical Analysis (ESCA) [11]. Beside its important
benefits for applied reasearch [12], photoelectron spectroscopy has been applied
to fundamental physics [13]. Some of the spectroscopy methods are briefly
32 Chapter 2: Experimental Techniques
reviewed in the following.
X-ray Photoelectron Spectroscopy (XPS) allows the determination of
the chemical composition at the surface by exciting core electrons using soft
X-rays (50 eV≤ hν ≤1500 eV) as excitation source. The typcial probe depth of
a few tenth of A˚ is given by the inelastic mean free path λ(Ekin) of the excited
photoelectrons which depends on their kinetic energy [14]. Determination of
the exact energy of the emitted photoelectrons reveals their ‘chemical shift’
and provides information on the coordination and the chemical state of the
elements. The intensity detected by the energy analyser is given by
I ∝ n · σ · λ(Ekin) · T (Ekin) · cos(θ) (2.4)
where n is the number of atoms per unit area, σ the photoionisation cross sec-
tion, T (Ekin) the analyser transmission factor and θ the photoelectron emission
angle with respect to the surface normal. Beside the mean free path of the pho-
toelectrons, the instrument-specific analyser transmission has to be known over
the entire kinetic energy range in order to allow a quantitative determination of
the elemental composition of the surface. We have determined the transmission
function for the analyser used in this work (EA125, Omicron) using a method
that is independent of the knowledge of the mean free path. The experimental
procedure and the results are described in Appendix A.
2.2.1 X-ray Photoelectron Diffraction
In 1970 Siegbahn et al. [15] observed enhanced photoelectron emission along
certain crystal directions of NaCl (001). Their observation was explained later
by Fadley and Bergstro¨m [16] by final state elastic scattering effects, which is
in general termed Photoelectron Diffraction.
The physical situation is schematically shown in Fig. 2.3 (a). The spherical
photoelectron wave is scattered by the neighbouring atoms and the scattered
wave interferes with the unscattered wave. Parameters determining the inter-
ference are the nearest-neighbour distances, the scattering angle, the atomic
type of the scatterer and the relative phase of direct and scattered waves. At
kinetic energies above about 500 eV the so-called ‘forward-focusing effect’ in
the directions of nearest-neighbours becomes dominant. This is shown in Fig.
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2.3 (b) for photoelectrons of different kinetic energies. In a typical XPD ex-
periment, the photoelectrons have an energy of ∼ 1 keV and accordingly, the
scattering is dominated by the fordward focusing effect. On metals, this effect
often allows a very direct structure determination, since prominent intensity
maxima can be directly related to the nearest-neighbour directions. Experi-
mentally, the photoelectron intensities of a selected core level are collected at
different emission angles. The angle-scanning of the sample allows the intensity
detection in a solid angle of almost 2pi above the sample surface [17].
The method has been successfully applied to the structure determination
of adlayers and molecules adsorbed on metal surfaces [18–20]. Recording the
intensity distribution for different core levels provides the chemically resolved
atomic structure around the photoemitter. This has for instance been used
as fingerprinting tool to determine the substitution sites of doped High-Tc
superconductors [21].
Beside the forward-focusing maxima, further intensity maxima appear due
to the interference of the scattered and the unscattered waves (Fig. 2.3(a)). In
contrast to the forward focusing maxima which contains just the information
Figure 2.3: (a) Schematic representation of the forward-focusing effect along atom
chains and interference between the scattered and unscattered waves. (b) Scattering
amplitude for various kinetic energies of the electron.
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Figure 2.4: (a) XPD pattern of the C1s core level excited using Mg Kα radiation
on the graphite (0001) surface. The data is shown in stereographic projection with
ϑmax = 70◦. The data shown is after background subtraction and is three-fold
averaged. The grey-scale represents the detected photoelectron emission with white
highest and black lowest intensity. Two directions parallel to the surface are labeled.
(b) Polar cut along the [1100] direction. The arrow labels the expected forward-
focusing direction at 22.9◦. (c) SSC calculation of the graphite structure for Ekin =
970 eV. (d), (e) Calculations for increased distances between the graphene layers.
of the direction of the nearest neighbours, these features are also sensitive to
the nearest neighbour distance. In a recent work, Wider et al. [22] showed that
this information can be used for the real space reconstruction of the nearest
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neighbour positions around the emitter. They used a geometric arrangement
of the excitation source and the analyser where the forward-focusing effect is
largely suppressed. This holographic mode allowed the reconstruction of the
atom positions of up to 10 A˚ from the emitter atom.
In the case, where the intensity maxima cannot be directly attributed to
nearest neighbour directions due to interference effects, further efforts are re-
quired for the structure determination. For simulation of experimental diffrac-
tion patterns, Single Scattering Cluster (SSC) theory is frequently used and
has proven to reproduce the experimental data with a rather good agree-
ment [18,23]. Details on SSC calculations are given in [17,18,23].
Graphite is an example where the geometrically determined angles of ex-
pected forward-focusing maxima do not coincide with the detected intensity
maxima. Figure 2.4 (a) shows an experimental diffraction pattern of a graphite
(0001) surface. The outer ring represents data collected at a polar angle of 70◦
off-normal. The arrow in (b) indicates the direction where an intensity max-
imum is expected. The large difference between the nearest-neighbour direc-
tions and the directions of the intensity maxima indicate, that the diffraction
patterns are dominated by interference effects. This is further emphasised by
SSC calculations performed for various interlayer distances which leads to the
appeareance and disappearance of intensity maxima due to the varying phase
shifts between waves scattered at neighbouring atoms.
2.2.2 Angle-Resolved UPS
In order to study the electronic bandstructure of a solid, good resolution in the
reciprocal space and in energy are required. Both can be realised by using UV
photons for the photoelectron emission [13].
In an Angle-Resolved UPS (ARUPS) experiment one measures the kinetic
energy Evackin of an electron for a given polar angle ϑext with respect to the
surface normal and an azimuthal angle ϕext. A schematic setup is shown in
Fig. 2.5.
For a basic understanding on how the initial state Ei(ki) can be determined
with the measured quantities ϑext and ϕext the following relations are required.
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Assuming free electron final states in the solid and in vacuum, one has







where Ef and kf describe the final state in the solid to which the electron has
been excited by a photon of energy hν. Energy and momentum conservation
rules lead to the following expressions:
Ef (kf ) = Ei(ki) + hν (2.6)
kf = ki + khν +G (2.7)
At photon energies below 50 eV the momentum of the light khν can be ne-
glected. G is a reciprocal lattice vector which provides the necessary momen-
tum for the photoelectron emission into vacuum. The momentum contribution
of the light khν can be neglected for photon energies below about 50 eV.
Emission into vacuum is influenced by a potential energy step at the surface
barrier which originates from the Coulomb and exchange interactions in the
solid that create a mean attractive potential V0 (the inner potential). This
Figure 2.5: Schematic setup for angle scanned photoelectron detection.
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potential energy step affects only the component parallel to the surface normal.




2m(hν − Φ− Eb + V0)
h¯
· cosϑ (2.8)
where ϑ referes to the polar angle in the solid. The relation between the
propagation direction inside and outside the solid is described by
sinϑ = sinϑext
√
hν − Φ− Eb
hν − Φ− Eb + V0 (2.9)
However, the parallel component of the photoelectron wave vector k|| is con-
served during emission into vacuum. Using the above given relations we find
the exact expression for k||:
k|| =
√
2m(hν − Φ− Eb)
h¯
· sinϑext (2.10)
Accordingly, the scanning of the hemisphere above the sample surface
allows the measurement of the energy distribution curve E(k) for different
k-locations, typically along high-symmetry directions. Alternatively, a large
number of angle settings can be scanned with a fixed energy. This allows, for
instance, the mapping of the Fermi surface, if the energy is set to EF [24].
This mode was first been applied by Santoni et al.. They used a display type
analyser for the mapping of the Fermi surface of graphite [8].
As an example we show the mapping at constant energy on a graphite single
crystal in Fig. 2.6. Maps are shown for electrons having 0 eV (Fermi surface),
2.0 eV and 2.8 eV binding energies. The observed high intensity regions can be
directly transformed in the momentum distribution for a certain energy using
Eq. 2.10. The map recorded for electrons with 0 eV binding energy reveals the
Fermi surface of graphite consisting just of the six point-like structures at the
K-points. The experimentally determined Fermi wavevector of 1.69 A˚
−1
is in
good agreement with the calculated one of kF = 4pi/3a = 1.70A˚
−1
. For higher
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binding energies the high emission regions are located on triangles around the
K-points which grow in diameter with increasing binding energy. The best
agreement between the experimentally observed momentum distribution and
the dispersion relation calculated within the tight binding approximation is
found for a C-C overlap integral of γ0 = 2.85 eV.
Figure 2.6: Constant energy mapping showing the intensity as function of k|| for
various energies. Photoelectrons have been excited using He-I radiation (21.2 eV). All
maps were recorded with ϑmax = 60◦. The outer circle corresponds to k|| = 1.83A˚
−1.
(a) Fermi surface (Eb=0 eV). (b) Eb=2 eV. (c) Eb=2.8 eV. (d) Band dispersion
calculated within the tight binding approximation [5] with γ0 = 2.85 eV. Contour
lines are shown for the energies measured in (a)-(c).
References for Chapter 2
[1] G. Binnig and H. Rohrer, Helv. Phys. Acta 55, 726 (1982).
[2] G. Binnig and H. Rohrer, Rev. Mod. Phys. 59, 615 (1987).
[3] G.Binnig, C.F. Quate, and Ch. Gerber, Phys. Rev. Lett. 56, 930 (1986).
[4] I. Hwang, R. Lo, and T.T. Tsong, J. Vac. Sci. Technol. A 16, 2632 (1998).
[5] Ph. Ebert, B. Engels, P. Richard, K. Schroeder, S. Blu¨gel, C. Domke, M.
Heinrich, and K. Urban, Phys. Rev. Lett. 77, 2997 (1996).
[6] J. Tersoff and D.R. Hamann, Phys. Rev. Lett. 50, 1998 (1983).
[7] J. Tersoff and D.R. Hamann, Phys. Rev. B 31, 805 (1985).
[8] K. Takayanagi, Y. Tanishiro, M. Takahashi, H. Motoyoshi, and K. Yagi,
J. Vac. Sci. Technol. A3, 1502 (1985).
[9] D. Bonnell, Scanning Probe Microscopy and Spectroscopy, Wiley-VCH,
New York (2001).
[10] J.N. Israelachvili, Intermoleclar and Surface Forces, Academic Press, New
York (1992).
[11] K. Siegbahn et al., ESCA: Atomic, Molecular and Solid State Structure
Studied by Means of Electron Spectroscopy, Almqvist and Wiksells, Upp-
sala (1967).
[12] D. Briggs and M.P. Seah, Practical Surface Analysis, Second Edition,
Wiley, Chichester (1994).
39
40 Chapter 2: Experimental Techniques
[13] S. Hu¨fner, Photoelectron Spectroscopy, Springer Series in Solid State Sci-
ences 82, Springer (1995).
[14] M.P. Seah and W.A. Dench, Surf. Int. Anal. 1, 2 (1979).
[15] K. Siegbahn, U. Gelius, H. Siegbahn and E. Oslon, Phys. Lett. 32a, 221
(1970).
[16] C.S. Fadley and S.A˚.L. Bergstro¨m, Phys. Rev. Lett. 5, 375 (1971).
[17] J. Osterwalder, T. Greber, A. Stuck, and L. Schlapbach, Phys. Rev. B
44, 13764 (1993).
[18] R. Fasel, PhD thesis, University of Fribourg (1996).
[19] R. Fasel, P. Aebi, L. Schlapbach, and J. Osterwalder, Phys. Rev. B 52,
R2313 (1995).
[20] R. Fasel, P. Aebi, R.G. Agostino, D. Naumovic, J. Osterwalder, A. San-
taniello, and L. Schlapbach, Phys. Rev. Lett. 76, 4733 (1996).
[21] T. Pillo, J. Hayoz, P. Schwaller, H. Berger, P. Aebi, and L. Schlapbach,
Appl. Phys. Lett. 75, 1550 (1999).
[22] J. Wider, F. Baumberger, M. Sambi, R. gotter, A. Verdini, F. Bruno, D.
Cvetko, A. Morgante, T. Greber, and J. Osterwalder, Phys. Rev. Lett.
86, 2337 (2001).
[23] C.S. Fadley, in Synchrotron Radiation Research: Advances in Surface
Science, edited by R.Z. Bachrach, Plenum, New York (1989).
[24] P. Aebi, J. Osterwalder, R. Fasel, D. Naumovic, L. Schlapbach, Surf. Sci.
307-309, 917 (1993).
Chapter 3
Chemisorption of Hydrogen on
sp2-bonded Carbon
In this chapter the results on the interaction of hydrogen with sp2-bonded
carbon networks are presented. Since the local modification of the electronic
structure of sp2-bonded carbon is the main issue of this work, we are mainly
interested in hydrogen adsorption where the hydrogen atom chemically binds
to the carbon network. This type of adsorption is characterised by a charge
transfer between the adsorbate (atom or molecule) and the substrate, called
chemisorption. This is in contrast to physisorption, where the adsorbate is
bound to the surface by van der Waals interactions and only a very low charge
transfer occurs.
The theoretical works of Sha and Jeloaica (see Ref. [8] and [9] of the fol-
lowing article) showed that a stable bond between hydrogen and graphitic
surfaces is only possible with the hydrogen atom located in the on-top posi-
tion of a carbon atom. This process is accompanied by a pull-out of the now
four-fold coordinated carbon atom and results in a local rehybridisation to a
sp3-configuration.
The following article focusses on the influence of the local curvature of the
sp2-bonded carbon network on the chemisorption of hydrogen.
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3.1 Hydrogen adsorption on sp2-bonded car-
bon: Influence of the local curvature
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The interaction of atomic hydrogen and low-energy
hydrogen ions with sp2-bonded carbon is investigated on
the surfaces of C60 multilayer films, single-walled carbon
nanotubes and graphite (0001). These three materials
have been chosen to represent sp2-bonded carbon net-
works with different local curvatures and closed surfaces
(i.e. no dangling bonds). Chemisorption of hydrogen
on these surfaces reduces emission from photoemission
features associated with the pi-electrons and leads to a
lowering of the work function up to 1.3 eV. It is found
that the energy barrier for the hydrogen adsorption de-
creases with increasing local curvature of the carbon sur-
face. Whereas in the case of C60 and single-walled carbon
nanotubes, hydrogen adsorption can be achieved by ex-
posure to atomic hydrogen, the hydrogen adsorption on
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graphite (0001) requires H+ ions of low kinetic energy
(∼1 eV). On all three materials, the adsorption energy
barrier is found to increase with coverage. Accordingly,
hydrogen chemisorption saturates at coverages which de-
pend on the local curvature of the sample and the form
of hydrogen (i.e. atomic or ionic) used for the treatment.
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3.1.1 Introduction
Adsorbates, topological defects, and atomic vacancies influence many physical
properties of solids and modify the electronic structure, particularly for nano-
sized systems [1–3]. Scanning tunneling microscopy has been used to image
the long-range (∼6 nm) modifications in the electronic structure of sp2-bonded
carbon networks caused by hydrogen adsorption sites, atomic vacancies and
structural defects [4–7]. Recently, defects acting as tunnel barriers or as electron
scatterers have been used for the realisation of electronic devices on single
carbon nanotubes [1, 3]. Chemisorption of hydrogen on sp2-bonded carbon is
an interesting candidate for the local modification of the electronic structure
since it leads to a local rehybridisation from sp2 to sp3 of the carbon network.
Additional interest in the interaction of hydrogen with graphitic surfaces
originates from the astrophysical community. Interstellar dust particles con-
Figure 3.1: Interaction potential as a function of hydrogen-substrate distance as
calculated by Sha et al. [9] for top site adsorption. The upper curve shows the result
for flat geometry. The lower curve shows the potential for a protruded (0.36 A˚)
carbon atom.
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taining graphite are thought to play a catalytic role for the H2 formation from
atomic hydrogen in interstellar space. The yield of different recombination
mechanisms strongly depends on the binding energy, the mobility and the po-
tential barriers of hydrogen atoms on graphitic surfaces and has therefore led
to several theoretical investigations of the hydrogen-graphite system [8,9].
The chemical binding of hydrogen to an sp2-bonded carbon network re-
quires a local rehybridisation from sp2 to sp3 and has therefore a rather large
adsorption energy barrier for a strictly planar sp2-bonded carbon network. Fig-
ure 3.1 shows the calculated potential energy for a hydrogen atom approaching
a graphite surface where all carbon atoms are fixed to positions in the same
plane and further for a gaphite surface where one carbon atom is fixed at 0.36
A˚ above the plane defined by its neighbours, as presented by Sha et al. [9].
The almost complete reduction of the adsorption energy barrier for the car-
bon atom raised by 0.36 A˚ shows the strong dependence of the energy barrier
on the local tetrahedresation, i.e. the admixture of sp3-character to the sp2-
configuration. Starting from these considerations, the adsorption energy barrier
should strongly depend on local deviations from planarity of sp2-bonded struc-
tures. More precisly, the adsorption energy barrier is expected to be lower for
convex structures due to an increased sp3-character introduced by the local
curvature.
In this work, we investigated the interaction of atomic hydrogen with sp2
bonded carbon as a function of the local curvature of the graphitic network.
In order to cover a large range of curvature, we chose graphite (0001), single-
walled carbon nanotubes (SWNT), and C60 fullerenes as substrates. The radius
of curvature ranges from r =∞ for graphite to r = 3.55A˚ for C60.
The paper is organised as follows. Details on the sample preparation and
on the hydrogen sources used for the treatments are given in the experimental
section. In the following section we first discuss the results of the individual
samples followed by a discussion of the interaction of hydrogen with sp2-bonded
carbon from the point of view of the local curvature of the samples.
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3.1.2 Experimental
Experiments were performed in an OMICRON photoelectron spectrometer
modified for motorised sequential angle-scanning data acquisition having a base
pressure in the range of 5 · 10−11 mbar. The analysis part is equipped with a
twin-anode X-ray source (MgKα, hν = 1253.6 eV; AlKα, hν = 1486.7 eV)
for X-ray photoelectron spectroscopy (XPS) and a He discharge lamp (He I:
hν = 21.2 eV; He II: hν = 40.8 eV) for ultraviolet photoelectron spectroscopy
(UPS). The connected preparation chamber has been extended with an electron
cyclotron resonance (ECR) microwave plasma source and an atomic hydrogen
source.
Typical plasma treatments were conducted at a hydrogen pressure of 10−2
mbar and a microwave power of 60 W with the sample positioned at a distance
of about 6 cm from the ECR-plasma region. The ion energy distribution has
been determined using an electrostatical analyzer [10,11]. Spectra taken under
the conditions used in the following experiments show that 85% of the hydrogen
ions are comprised in a narrow energy region around 1 eV and the maximum
detected energy is ∼ 16 eV. A typical ion flux at the sample position is of the
order of 2 · 1013 s−1cm−2.
The atomic hydrogen source has been built with the design proposed by
Bischler et al. [12] where the hydrogen molecules are dissociated in a heated
tungsten tube (1700◦ C), through which the hydrogen is dosed onto the sample.
The design enables high dissociation efficencies of about 50% (at 1700◦C) and
allows fluxes of atomic hydrogen of ∼ 1014 s−1cm−2 at the sample position with
a background pressure of 3 · 10−8 mbar.
The C60 film (∼40 A˚) has been grown on a clean and well ordered Cu(111)
surface by evaporation from a resistively heated stainless steel crucible. The
film has been judged well ordered based on low-energy electron diffraction
(LEED).
For the investigations on SWNT we used bucky paper samples that were
produced out of commercially available SWNT (Tubes@Rice, Carbon Nan-
otechnologies Inc.). Samples were cleaned in situ by heating to 800◦ C for
several hours. The cleanness of the samples was checked with XPS revealing
contamination free (<1 at%) surfaces. Raman analysis of the nanotube sam-
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ples has been performed on a commercial microspectrometer (Labram, Dilor)
under ambient conditions using a green excitation laser (514.5 nm).
The single-crystal graphite sample (C(0001)) has been cleaved under UHV
conditions and heated to 800◦ C for several hours. The surface has been judged
clean and well ordered based on XPS and LEED measurements.
3.1.3 Results and Discussion
3.1.3.1 H/C60
Figure 3.2 shows a series of valence band spectra of a C60 multilayer film taken
for different H2 plasma treatment times. Spectra were measured on a 40A˚
mulilayer film on Cu(111) using He II radiation (40.8 eV) and normalised to
have the same integrated intensity with respect to the range of 0 - 17 eV binding
energy. The energy transferred from the hydrogen ions to the C60 molecules
is limited to a level that is low enough to prevent molecule desorption during
plasma treatments, as has been checked with XPS where no film thickness
variation was detected.
The bottom curve shows the valence band of the untreated film with the
highest occupied orbital (HOMO) located at 2.3 eV. The HOMO and the
HOMO-1, labeled 1 and 2, are pure pi orbitals [15]. They have degeneracies
of 10 and 18, respectively, and are thus occupied by 28 eletrons. States with
binding energies >4 eV are of mixed σ − pi character.
Exposing the C60 multilayer film to H2 plasma results in a marked intensity
reduction on the features labeled 1 and 2. At the same time the spectral features
shift by up to 0.9 eV (feature 4). The observation of features shifted in the
opposite direction indicates, that the shifts are not due to a Fermi level shift,
i.e. due to doping of the film. The strongest increase in intensity is observed
at a binding energy of ∼10 eV.
The intensity reduction on the two highest occupied orbitals and the in-
tensity gain on states with higher binding energies indicates the conversion of
delocalised pi-states to C-H bond states with σ-character, which have a bind-
ing energy of ∼10 eV. [16, 17] The intensity reduction gives a measure of how
many of the 28 pi-electrons contained in the two highest molecular orbitals
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Figure 3.2: Series of valence band spectra for different H2 plasma treatment times
measured using He II radiation (40.8 eV) and an energy resolution of 200 meV. The
valence band spectra are normalised to the integrated intensity between 0 and 17 eV
binding energy and are displayed with an offset. The background below the features
1 and 2 has been determined by fitting a gauss tail to the feature 3.
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are converted to lower lying C-H bonds. The maximum reduction of intensity
observed on the pi-derived states is 73% (intensity determination after back-
ground substraction) indicating the conversion of ∼20 pi-electrons. However,
this estimation does not take into account the conversion of lower lying pi-states.
Assuming a similar reduction as on the pure pi-states results in a conversion
of ∼44 pi-electrons in all. This indicates a somewhat higher degree of hydro-
Figure 3.3: (a) Low energy cutoff of the valence band of C60 measured with He
I radiation (21.2 eV) and an energy resolution of 30 meV for the untreated film
(circles), after 36 s (triangles) and 115 s (squares) plasma treatment. The sample
was biased to -3 V in order to overcome the work function of the electron analyzer.
The energy scale has been corrected for the applied sample bias and displays the
energy with respect to the Fermi level. The work fuction has been determined by
taking the intersection of the intensity cutoff with the energy axis at zero intensity.
(b) C1s core level spectra excited with MgKα measured before (circles) and after 36
s (triangles) H2 plasma. Spectra were recorded in normal emission and have been
normalized to total intensity after background substraction.
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genation as has been synthesised via a Birch reduction, yielding C60H36 [13].
Theoretical results show that C60H36 and C60H48 are very stable molecules [18].
Further hydrogenation is energetically unfavourable due to the increased stress
in the molecule induced by the sp2 to sp3 rehybridisation. Another limiting
factor may be stress induced by the expected lattice expansion when hydrogen
is adsorbed on the fullerenes, since in this experiment hydrogenation is done
on a solid film and not on free molecules.
Hydrogenation of the C60 films results in an important lowering of the
work function, as seen on the position of the low-energy cutoff of the valence
band spectrum (Fig. 3.3a). For the longest treatment time, the work function
amounts to 3.6 eV, which signifies a drastic lowering by 1.3 eV compared to the
as deposited C60 film. The lower work function indicates a change in the surface
dipole originating from the polar C-H bond. Since hydrogen atoms are adsorbed
on the outside of the fullerene cage and carbon is the more electronegative
element, a dipole layer is formed at the surface with the positive charge on
the vacuum side. This lowering of the work function induced by hydrogen
chemisorption has been observed on other carbon allotropes and is in particular
responsible for the negative electron affinity at diamond surfaces [4, 19].
The main change observed in the XPS study is an increasing line width
of the C1s line upon hydrogen uptake in the C60 film. Figure 3.3(b) shows
the spectrum of the C1s core level for the C60 multilayer film before and after
36 s of H2 plasma treatment. The line broadens to higher binding energies
resulting in an increase of the full width at half maximum (FWHM) from 0.8
eV to 1.1 eV and a shift of the peak position from 284.48 eV to 284.55 eV, as
determined from a fit to the data. This contribution at higher binding energies
is known to be the C-H component, although electronegativity arguments would
yield a shift to the opposite direction, since carbon is the more electronegative
element. The shift to higher binding energies has to be explained by a different
relaxation energy of the differently hybridised carbon atoms, as has been shown
for different hydrocarbon systems [20–22]. Part of the broadening may also be
due to the larger depth that is probed by XPS (∼50A˚) compared to the UPS
study, which is sensitve to the outermost molecule layer only.
The same series of measurements has been performed on C60 films that
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were exposed to atomic hydrogen. The second spectrum in Fig. 3.4 shows
the valence band of the C60 multilayer film for a treatment level, where the
hydrogen uptake has saturated. The intensity on the pure pi-states is lowered
to 47% of the value for the untreated sample, which is in agreement with the
Figure 3.4: Valence band spectra of the C60 film after different treatments. The
spectrum at the bottom shows the valence band for the untreated film. The second
spectrum shows the spectrum for the atomic hydrogen treated film after a treatment
time of where hydrogen chemisorption has reached its saturation value. The top
spectrum shows the valence band after a H2 plasma treatment of 2s, yielding similar
changes as for the saturation coverage of atomic hydrogen.
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results presented by Ohno et.al [23]. This indicates a conversion of ∼28 pi-
states if a similar reduction on the lower lying pi-states is assumed, as discussed
above. The lowering of the work function amounts to ∼0.8 eV. Comparison
with the valence band spectrum of the C60 film that was exposed to H2 plasma
shows that the evolution of spectral features upon hydrogenation is identical for
plasma and atomic hydrogen treatments. This further confirms, that damage
induced by hydrogen ions can be neglected at least for plasma treatments up
to this level.
Since H2 plasma contains both reactive species, atomic hydrogen and hy-
drogen ions, the higher level of hydrogenation achieved with the plasma can
be attributed to the presence of the hydrogen ions. At the level where hydro-
gen uptake saturates for treatments with atomic hydrogen, the hydrogen ions
still see an adsorption energy barrier that is sufficiently low to allow further
hydrogenation of the C60 film.
3.1.3.2 H/SWNT
SWNT can be looked at as rolled up graphene sheets resulting in tubules with
diameters of dT ≥ 4 A˚ [24] where the electronic properties approach those of
graphene with increasing diameter. States with a binding energy less than ∼4
eV are of pure pi character, whereas states in the range of 4 to 11 eV have
mixed σ-pi character and states having binding energies larger than ∼ 11 eV
are pure σ-states.
We have used Raman spectroscopy to determine the diameter of the SWNT
smaples. It has been shown that the position of the first spectral feature in
the Raman spectrum, the radial breathing mode, observed between 140 and
220 cm−1, is unique for SWNT [25]. For the laser line used in this work (514.5
nm), the wave number ν of the radial breathing mode is, to a good approx-
imation, related to the tube diameter dT as 1/dT = ν/234, and thus allows
the determination of the mean tube diameter of the sample [25]. Analysis of
the SWNT (Tubes@Rice) used for this study revealed a mean tube diameter
of dT ' 1.2 nm.
Figure 3.5 displays valence band spectra of the SWNT film measured us-
ing He II radiation (40.8 eV). The prominent spectral features observed for the
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untreated SWNT film are similar to those observed in angle-integrated mea-
surements on graphite. The state at ∼ 2.5 eV binding energy is a pure pi-state
and thus represents a feature whose intensity is supposed to be lowered in in-
Figure 3.5: Valence band spectra of SWNT’s for the untreated (circles), atomic hy-
drogen treated (triangles) and plasma treated (squares) sample using He II radiation
(40.8 eV). Spectra have been offsetted for better visibility. The intensity on the pi-
derived states has been determined after substraction of a gauss-background (dotted
line). The inset shows the low energy cutoff of the valence band as a function of
kinetic energy rel. to the Fermi level. These spectra have been measured with a
sample bias of -3V.
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tensity if hydrogen is chemically bond to the tube walls since in that case, as
discussed above, the delocalised pi-states are transformed to lower lying C-H
states. In contrast to this, the passivation of dangling bonds of carbon atoms
at the edge of graphene sheets, as for open tubes or tube fragments, with hy-
drogen does not affect the pi-states, since this C-H bond state is a σ-state and
does not mix with the pi-states [26]. The work function of the untreated film
is 4.4 eV, as determined from the low energy cutoff of the He I spectrum.
In order to be able to distinguish between hydrogenation induced by atomic
hydrogen and hydrogen ions, we first treated the film with atomic hydrogen.
The second spectrum in Fig. 3.5 shows the valence band after 120 s of treatment
with atomic hydrogen. At this level of atomic hydrogen treatment the reduction
on the intensity of the pi-derived states has achieved its saturation value of
∼22% and the work function has been lowered by 0.3 eV to 4.1eV (inset of
Fig. 3.5). This shows a significant hydrogen uptake on this type of tubes,
but remains significantly below the value observed for the atomic hydrogen
treatment of the C60 film (47%).
Further hydrogenation of the SWNT film could be achieved by H2 plasma
treatment. This is manifested by a further reduction of the spectral weight of
states with binding energies < 4 eV. Hydrogen uptake seems to saturate after
200 s of plasma treatment when the intensity of the pi-derived states has been
reduced to ∼50 % of its original value, i.e. half of the delocalised pi-states have
been transformed to lower lying C-H states resulting in a coverage of θ ' 0.5
of chemisorbed hydrogen. Similar to the C60-film, these new states are located
at ∼10 eV binding energy. This further hydrogen uptake results in a work
function of 3.8 eV, which is 0.6 eV lower than for the untreated film. However,
an uncertainty remains on the hydrogen coverage of the nanotubes, since these
samples are known to contain small amounts of amorphous carbon residues,
which may contribute to the spectral weight on the pi-states.
XPS analysis on the films shows a similar behaviour as observed on the
C60 film. Hydrogen uptake gives rise to a new component at higher binding
energies, leading to an increase of the FWHM from 1.05 eV to 1.14 eV for the
sample exposed to atomic hydrogen.
Heating the samples to ∼ 800◦ C restores the original valence band and
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the work function of 4.4 eV, indicating that all hydrogen has desorbed at this
temperature and that damage on the tubes induced by the most energetic
hydrogen ions is limited to a low level.
Lee et al. predicted two stable configurations of hydrogenated SWNT
with a coverage of θ = 1 based on a density functional calculation [27,28]. The
zigzag type has the hydrogen atoms alternatively chemisorbed on the inside and
on the outside of the tube wall and has a higher stability than the arch type,
which has all the hydrogen atoms at the exterior of the tube wall. The superior
stability of the zigzag type is due to a more pronounced tetrahedrisation that
is allowed by the alternating position of the hydrogen atoms with respect to
the tube wall.
The observed lowering of the work function does not speak in favour of the
zigzag geometry since for this adsorbate configuration, no pronounced change
of the surface dipole is expected due to the position of the hyrogen atoms,
which adsorbe alternatively on the inside and the outside of the tube wall.
On the other hand, chemisorption on the outside of the tube wall agrees well
with the observed change in surface dipole. However, the coverage seems to
be limited to θ ' 0.5 even with hydrogen ions having an energy of ∼ 1 eV. A
possible explanation of this limiting behaviour is an adsorption energy barrier
that increases with hydrogen coverage. This can be understood by taking into
account the pull-out of the carbon atom induced by the C-H bond formation [9].
This results in an increased energy barrier for hydrogen chemisorption on the
neighbour atoms, since the later ones find themself in a depressed position. If
this larger adsorption energy barrier is too high for the bond formation, the
maximum coverage will be limited to θ = 0.5 with hydrogen chemisorbed to
every second carbon atom.
3.1.3.3 H/Graphite
Figure 3.6 shows UV photoemission spectra of the C(0001) surface taken for
different polar emission angles ϑ along the Γ − K of the Brioullin zone direc-
tion using He I radiation (21.2 eV). The angle-resolved measurements allow
a clear attribution of the photoelectron features to the various valence bands
of graphite. Spectra in the Γ − K direction are dominated by two dispersing
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Figure 3.6: Angle-resoved spectra in the Γ−K direction for the untreated C(0001)
surface and after 180 s H2 plasma treatment using He I (21.2 eV) radiation and an
energy resolution of 60 meV. Spectra are taken for polar angles in the range between
62◦ and 20◦ with increments of 2◦.
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features, which are due to emission from a σ-band at high binding energies and
emission from the pi-band dispersing from the Fermi level (ϑ = 54◦) to 5 eV
binding energy (ϑ = 34◦), respectively. The low-energy cutoff of the valence
band spectrum reveals a work function of 4.5 eV for the untreated sample.
In a first attempt to adsorb hydrogen on the graphite surface we exposed
the sample to atomic hydrogen. Comparison of the electronic structure and the
work function with the values before the treatment showed no change induced
by the atomic hydrogen. That is even the case for doses, where hydrogen
chemisorption has saturated on C60 and SWNT.
The situation is different when the C(0001) surface is treated in the H2
plasma. Doses of about 1014 ions/cm2 cause modifications in the electronic
structure of the surface. The intensity on the pi-band decreases as a function
of the plasma treatment time. The ratio between the intensity on the pi-state
and the intensity on the σ-state drops by a factor of about 1.7 for the longest
treatment time (320 s). This indicates that the hydrogen ions are sufficiently
energetic to chemically bond to the basal plane of graphite. Hydrogen adsorp-
tion leads to a broadening of the features, which affects especially the pi-band.
The σ-derived state shows an increase of the FWHM from 0.79 to 0.84 eV,
whereas the FWHM of the pi-derived state increases from 0.63 to 0.86 eV (Fig.
3.6). At 9.9 eV binding energy, a localised state appears upon hydrogen up-
take at the surface. The dispersing graphitic features remain unchanged in
their energy position.
Spectra taken in the Γ−M direction are dominated by a single dispersing
feature at 8 - 3 eV binding energy, which is due to emission from a pi-band.
The changes due to hydrogen uptake are similar to the ones observed on the
pi-band in the Γ − K direction, i.e. a lowering of the intensity and a small
broadening. Again, a hydrogen-related state appears at 9.9 eV binding energy
with increasing coverage of chemisorbed hydrogen.
Chemisorption of hydrogen leads to an increased emission of secondary
electrons over the hole range of the valence band and the lowering of the work
function by 0.4 eV to a value of 4.1 eV for a treatment time of 320 s. The
non-dispersing feature at 9.9 eV binding energy is consistent with the position
of the hydrogen-related feature of density-of-states calculations for this C-H
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Figure 3.7: Low energy cut off of the valence band spectra of graphite after different
H2 plasma treatment times. The spectra have been measured using He I (21.2 eV)
radiation and an energy resolution of 60 meV. Spectra are given for the untreated
surface (circles), 25 s (triangles), 180 s (squares) and 390 s (diamonds) treatment
time and are normalised to the intensity at 5.5 eV. The inset shows the work function
change as a function of the treatment time.
configuration. [16]
XPS analysis at grazing emission (enhanced surface sensitiviy) of the C1s
core level after different treatment times shows the growing of a hydrogen-
related component at higher binding energies leading to a broadening of the
line by ∼ 0.1 eV.
For the longest treatment times a loss of surface quality was observed in
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the LEED pattern. This is due to the small fraction of hydrogen ions having
an energy that is high enough to create atomic vacancies in the top layer, as
observed with atomic force microscopy [4]. This might also be responsible for
part of the broadening observed on the spectral features.
The theoretical works of Jeloaica et al. [8] and Sha et al. [9] showed DFT
calculations of the potential energy between atomic hydrogen and the graphite
surface. They found adsorption energy barriers of ∼0.2 eV for an approaching
hydrogen atom in the case where the carbon atom below the hydrogen atom is
allowed to fully relax to its minimum energy position. However, a substantial
displacement of ∼ 0.4 A˚ is required to minimise the energy barrier. If the car-
bon atoms are not allowed to move, the adsorption energy barrier seen by the
hydrogen atom increases to ∼ 0.4 eV. The theoretical works thus yields an en-
ergy barrier for the chemisorption process that varies between ∼ 0.2 eV and ∼
0.4 eV, depending on how fast the carbon atoms can relax. However, the exper-
imental results show, that thermally dissociated hydrogen does not chemisorb
on the graphite surface. This indicates, that the calculated adsorption energy
barriers are probably underestimated.
3.1.3.4 Curvature dependence of H chemisorption
The results discussed above are summarised in Table 3.1. The local curvature
is described by the height h, which is the distance between a carbon atom
and the plane defined by its nearest neighbours. It is as well a measure of
the local admixture of sp3-character. The bond angle varies from 120◦ (pure
sp2-bonding) to 109.5◦ for pure sp3-bonding, i.e. for diamond, which is given
here for comparison [19].
The results obtained for different sp2-bonded carbon samples reveal a
strong dependence of the hydrogen-carbon interaction on the admixture of sp3
bonding induced by the local curvature of the substrate. The fact that atomic
hydrogen adsorbs on SWNT and C60, but not on graphite, indicates a lowered
adsorption energy barrier for strongly curved structures. The maximum hydro-
gen coverage achieved on C60 and SWNT upon exposure to atomic hydrogen
treatment is limited by an increase of the adsorption energy barrier to a criti-
cal value, as further hydrogen adsorption can be observed by exposure to more
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energetic hydrogen species of a H2 plasma. From this consideration the satura-
tion hydrogen coverage upon exposure to atomic hydrogen corresponds to the
same critical value of the adsorption energy barrier for C60 and SWNT. That
this critical value is obtained at higher hydrogen coverage for C60 as compared
to the SWNT can have two possible reasons. Firstly, the coverage dependent
energy barrier for the SWNT is offset to higher values as compared to the C60,
or secondly, the energy barrier increases more rapidly with increasing coverage
for the SWNT. Considering the DFT results of Sha et al. and the fact, that no
adsorption was observed on planar graphite using atomic hydrogen speaks in
favour of a lowered adsorption energy barrier for all coverages when the local
curvature in the sp2-network is increased.
Comparison of the intensity reduction on the pi-related features with the
lowering of the work function shows a clear dependence between the work func-
tion change and the hydrogen coverage, as expected from the coverage depen-
dent dipole density at the surface. However, the lowering of the work function
is not proportional to the coverage, but flattens with increasing coverage. This
is mainly due to the fact, that dipoles depolarise each other with increasing
coverage, a phenomena that is generally observed for adsorbates [30].
h [A˚] (Ipi/Ipi0)H (Ipi/Ipi0)H+ ∆φH [eV] ∆φH+ [eV]
C(0001) (sp2) 0 1 0.60 0.0 0.4
SWNT 0.11 0.78 0.50 0.3 0.6
C60 0.29 0.53 0.27 0.8 1.3
C(111) (sp3) 0.52 - - - 1.4
Table 3.1: Summarised results on the interaction of atomic hydrogen and hydrogen
ions with the investigated samples. The height h indicates the distance of a carbon
atom to the plane defined by its nearest neighbours and gives a measure for the
local curvature of the sp2-network. ∆φ is the maximum reduction of the work func-
tion for atomic hydrogen treatments (H) and H2 plasma treatments (H+). The ratio
(Ipi/Ipi0) gives the lowering of the intensity on the pi-derived states with respect to the
untreated sample. The values for the SWNT are for the sample with an average di-
ameter of dT = 1.2 nm. The work function change between the hydrogen-passivated
and the hydrogen-free diamond (111) surface is given for comparison [19].
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It is interesting to compare the work function changes observed on the
sp2-bonded carbon with experiments done on hydrogen-covered diamond (sp3).
The maximum work function change of 1.3 eV observed on the C60 film ap-
proaches the values for the diamond C(111) and C(100) surfaces, where the
hydrogen-covered surface has a work function which is lowered by 1.4 eV com-
pared to the hydrogen-free surface [19, 29]. This gives a further indication of
the large dipole created on the the C60 film.
3.1.4 Summary and conclusion
We have studied the interaction of atomic hydrogen and low energy hydrogen
ions with sp2-bonded carbon surfaces of different local curvatures. Hydrogen
chemisorption is evidenced by a reduced intensity on the pi-derived states in-
duced by the transformation to more tightly bound σ-derived C-H bond states.
The chemisorption of hydrogen generally leads to a lowering of the work func-
tion of up to 1.3 eV (C60 mulitlayer). This reduced work function is mainly
attributed to a modified surface dipole and, by electronegativity arguments,
indicates that hydrogen is adsorbed above the carbon layers.
Experiments with atomic hydrogen show that the adsorption energy bar-
rier for bond formation decreases with the local curvature of the sp2-network
since atomic hydrogen was partially adsorbed on C60 and SWNT but not on
graphite. This behaviour is attributed to the higher sp3-character of convex
sp2-structures, which is in agreement with DFT calculations [8, 9] showing a
lowering of the energy barrier for a carbon atom that is raised above the plane
defined by its nearest neighbours. Our results show that the adsorption en-
ergy barrier increases with increasing coverage, leading to saturation coverages
which depend on the form of hydrogen (i.e. atomic or ionic) used for the treat-
ment. Accordingly, we found the highest hydrogen coverage (θ ' 0.7) on the
C60 multilayer using low energy hydrogen ions.
The experiments indicate a lower estimation of the critical radius of cur-
vature of rcr ≈ 6 A˚ for the chemisorption of hydrogen on sp2-bonded car-
bon structures. For a more restrictive determination of the critical curvature,
SWNT samples with narrow diameter distributions would be required for tube
diameters of dT > 1.2nm.
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Chapter 4
Point Defect Induced Charge
Redistribution at the Graphite
Surface
This chapter consists of two sections dealing with the local modifications of the
electronic structure of graphite in the presence of point defects consisting of
hydrogen adsorption sites and atomic vacancies. Due to its largely defect-free
surface, graphite represents the ideal system for the study of the long-ranged
electronic effects of point defects that were artificially introduced into a sp2-
bonded carbon network.
The first section focusses on the characterisation of isolated defects in view
of the range and kind of electronic modifications induced in by point defects.
Thereby, the combined mode of AFM/STM permits the simultaneous imaging
of the local topography and the LDOS near the defects sites. Furthermore,
this mode with the normal force as feedback signal has proven to yield stable
scanning conditions for the mapping of the tunneling current at low sample
bias (≤ 100 mV), a requirement for imaging the LDOS near the Fermi level.
In the second section, we discuss the origin of the standing wave patterns
detected in the vicinity of defects and point out the direct relation between the
contour of the Fermi surface of graphite and the observed patterns. The second
67
68 Chapter 4: Point Defect Induced Charge Redistribution . . .
article is not yet submitted for publication because of an ongoing collaboration
with a theoretical group, where we work on the simulation of the experimentally
observed standing wave patterns in the LDOS. The aim of this simulation is
the assignment of the phase of the induced standing waves to the type of point
defect.
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4.1 Hydrogen Atoms Cause Long-range Elec-
tronic Effects on Graphite
P. Ruffieux, O. Gro¨ning, P. Schwaller, L. Schlapbach, and P. Gro¨ning
Physics Department, University of Fribourg, Pe´rolles, CH-1700 Fribourg,
Switzerland
published in Phys. Rev. Lett. 84, 4910 (2000)
We report on long-range electronic effects caused by
hydrogen-carbon interaction at the graphite surface. Two
types of defects could be distinguished with a combined
mode of scanning tunneling microscopy and atomic force
microscopy: chemisorption of hydrogen on the basal plane
of graphite and atomic vacancy formation. Both types
show a (
√
3 × √3)R30◦ superlattice in the local density
of states but have a different topographic structure. The
range of modifications in the electronic structure, of fun-
damental importance for electronic devices based on car-
bon nanostructures, has been found to be of the order of
20 - 25 lattice constants.
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Defects control many physical properties of solids and dominate the elec-
tronic behaviour of nanoscale metallic and semiconducting systems, particu-
larly at low dimensions. The study of changes in the electronic structure of
graphite due to adsorbates is relevant for other carbon materials (such as nan-
otubes, fullerenes, etc.) having the six membered ring as structural unit [1].
Scanning tunneling microscopy (STM) makes it possible to directly investi-
gate the electronic features induced by defects with atomic resolution [2, 3].
Graphite was one of the first materials for which long-range order electronic
effects caused by surface defects have been predicted and experimentally ob-
served using STM [4,5]. Graphite is a semimetal composed of stacked hexagonal
planes of sp2 hybrid bonded carbon atoms. The ABAB stacking of these planes
in a three-dimensional crystal creates two inequivalent sites with different prop-
erties with regard to the electronic structure: α site atoms are exactly located
above atoms of the underlying plane, whereas β site atoms are located above
the center of the hexagonal rings of the underlying plane. The weak Van der
Waals interaction between adjacent planes leads to a suppression of the charge
density at the Fermi level at α sites [6]. These two inequivalent sites explain the
fact that with STM, which probes only electronic tates near the Fermi level, a
trigonal symmetry on the graphite surface is imaged.
In this letter we report on new electronic effects caused by adsorption of
atomic hydrogen on graphitic surfaces. A combined mode of STM and atomic
force microscopy (AFM) was used to study both, topographic and electronic
changes in the vicinity of defects. The interaction of an individual H atom
with a graphite surface modifies the electronic structure over 20 - 25 lattice
constants leading to a (
√
3 × √3)R30◦ superstructure in the local density of
states (LDOS). A detailed understanding of such defect induced electronic mod-
ifications is indispensable for the development of electronic devices based on
carbon nanostructures [1, 7, 8].
Samples of highly oriented pyrolithic graphite (HOPG) were cleaved in air
with adhesive tape right before loading into the hydrogen electron cyclotron
resonance (ECR) plasma chamber which served as a hydrogen ion source [9].
Typically a gas pressure of 10−3 mbar hydrogen was used for the plasma treat-
ment, the base pressure of the chamber beeing in the low 10−8 mbar range.
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The average ion energy at this pressure is ∼10 eV. The sample is set to ground
potential. The ion flux at the sample position is typically 1012 cm−2s−1. Sam-
ple heating can be neglected under these conditions. After plasma treatment
the samples were either vacuum transferred to a connected photoelectron spec-
trometer (VG ESCALAB 5) equipped with a Mg Kα (hν = 1253.6 eV) anode
for X-ray photoelectron spectroscopy (XPS) and a helium discharge lamp (hν
= 21.2 eV) for ultraviolet photoelectron spectroscopy (UPS) or transferred in
air to an AFM/STM (OMICRON) working in ultrahigh vacuum at room tem-
perature. In order to observe isolated defects with SPM short plasma treatment
times, typically a few seconds, were used resulting in a defect density of ∼10−2
nm−2. To overcome the detection limit for the hydrogen induced features in
XPS and UPS, however, the sample was treated for 300s. To obtain the to-
pographic structure around one single defect the surface was scanned using a
conductive cantilever in the AFM contact mode. This has the advantage of
simultaneous imaging of the rearrangement of atom positions (AFM signals)
and of the affected LDOS (current signal) in the vicinity of a defect. Atomically
resolved current and topography images could be obtained using silicon nitride
AFM tips coated with highly conductive boron doped diamond. Scan rates and
applied forces in the contact mode were typically 10 Hz and 1nN, respectively.
For the simultaneous measurement of the current image a gap voltage of 30 -
100 mV was applied to the AFM tip.
Simultaneous measurements of the current and AFM signals, like normal
force, lateral force, and the piezo z-position do not only yield the topographic
and electronic structure of defects, but additionally give information about
changes of the tip condition: Sudden changes to higher tunneling currents for
a given force setpoint indicate the sticking of a graphitic flake at the AFM tip.
Scanning the plasma treated surface with a conventional STM tip (W)
revealed the wellknown protrusions around the adsorption sites [4]. However,
imaging the same surface in AFM mode did not show any elevated structures at
the adsorption site. To understand these at first sight contradictory results it
should be kept in mind that STM probes the occupied or unoccupied (depend-
ing on the sign of the sample bias) LDOS near the Fermi energy whereas AFM
probes the total charge density. In the following we describe the two types of
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defects we observed, namely chemisorbed hydrogen and atomic vacancies.
Chemisorbed hydrogen: Scanning the plasma treated surface in the AFM
contact mode with simultaneous acquisition of the current signal yield clear
superlattice type modifications of the electronic properties over a distance of
25 lattice constants (Fig. 1). However, no modifications were detected in
the topography image. In the inset of Fig. 1(a) the center of the Fourier
transform of the current image is displayed. The six inner spots correspond
to the (
√
3 × √3)R30◦ superstructure. The six outer spots with the same
orientation are due to the second harmonic of the superlattice, whereas the
six outer spots rotated by 30◦ originate from the regular graphite lattice, i.e.
the imaging of the β site atoms. The scattering pattern is independent of the
applied sample bias (30 - 100 mV) for both, tunneling from occupied states
and tunneling into unoccupied states of the sample. The threefold symmetry
of the scattering pattern is clearly seen in Fig. 1(b), which shows the same
data as (a) but after applying a two dimensional band pass filter to isolate the
superlattice contribution. The scattering pattern has the same orientation as
Figure 4.1: (a) Current image of a hydrogen plasma treated graphite surface recorded
in AFM contact mode (94A˚ × 94A˚). Measurement parameters are: force setpoint:
2 nN, sample bias: 30 mV. Current range: 1 nA (black) - 9 nA (white). The inset
shows the center of the Fast Fourier Transform (FFT) of (a). (b) The same data
as (a) after applying a two dimensional band pass filter to isolate the superlattice
component.
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the superstructure, which is indicated by the lines in Fig. 1(b). Applying the
band pass filter to the six spots originating from the regular graphite lattice
does not reveal any threefold scattering pattern.
Kelly et al. [10] discussed in a recent work the dependence of the orientation
of the threefold scattering pattern on the type of atom, which is affected by an
atomic vacancy. Scattering patterns originating from α site defects are rotated
Figure 4.2: (a) Normal emission He I spectra before and after hydrogen plasma
treatment. Sample bias: -10 V. (b) C 1s core level spectra of the hydrogen plasma
treated graphite for normal (top) and grazing emission (bottom).
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by 60◦ relative to the ones from β site atoms refelecting the symmetry of the
dangling bonds of the nearest neighbours. These bonds are also affected if
the hybridization of a carbon atom is changed by forming an additional bond
to an adsorbed hydrogen atom. The lack of topographic modifications and
the results of photoelectron spectroscopy (see below) suggest that this type
of defect is caused by chemisorbed hydrogen atoms. Only one type of carbon
atoms seems to be affected. If α and β sites were involved, one would expect a
sixfold symmetric scattering pattern.
A more detailed analysis of the bandpass filtered current image shows that
the measured scattering pattern results from two interfering scattering patterns
with the same orientation, but with an origin shift of 2.46 A˚, i. e. the distance
between two carbon atoms of the same type.
The range of the superlattice in the electronic structure is found to be of
the order of 25 lattice distances.
J.P. Chen et al. [11] found the chemisorption of hydrogen on the basal
plane of graphite to be endothermic. A metastable state exists in all examined
configurations, the most stable one being the on-top site. The on-top configu-
ration also shows the lowest activation barrier (∼1.8 eV). In an (ECR) plasma
the ion energy (typically 10 eV) is large enough to populate this state, in con-
trast to treatments with an atomic hydrogen source [12], where we could not
detect any adsorption of hydrogen on the basal plane of graphite.
Figure 2(a) shows normal emission photoelectron spectra recorded from
the graphite surface before and after the hydrogen plasma treatment. In order
to be able to determine the work function φ of the surface we applied a sample
bias of -10 V. The cutoff at low kinetic energies reveals that the work function
of the treated surface is lowered by 0.6 eV relative to that of the untreated sur-
face. The lower work function indicates a change in the surface dipole moment
originating from the polarized C-H bond. Since carbon is the more electroneg-
ative element, hydrogen atoms have to be positioned above the carbon atoms
of the first monolayer. A lowering of the work function has also been observed
for diamond where the hydrogen saturated surface has negative electron affin-
ity [13, 15, 16]. The origin of this new dipole moment can be detected with
XPS. Figure 2(b) shows C 1s core level photoelectron spectra of the treated
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graphite surface for normal (top) and grazing emission (enhanced surface sen-
sitivity). Analysis of relative intensities for different emission angles show that
the hydrogen plasma induced feature at higher binding energy (285.4 eV) orig-
inates from the surface. A shift of 1.0 eV relative to the bulk contribution has
also been observed on the hydrogen terminated diamond surface [13, 14]. It
has been shown for different carbon systems that although carbon being the
more electronegative element, the C-H contribution appears at higher binding
energies. This has to be explained rather by a different relaxation energy (final
state) for the differently hybridized carbon atoms of the first monolayer than
Figure 4.3: Simultaneously recorded current and topography image of a hydrogen
plasma treated graphite surface in AFM contact mode (58A˚ × 78A˚). Measurement
parameters: force setpoint: 2 nN, sample bias: 30 mV. (a) Current image with FFT
(inset). Current range: 2 nA (black) - 40 nA (white). (b) Topography image with
line profile from A to B. (c) Calculated LDOS in the vicinity of a single atomic
vacancy using a tight binding model (reprinted with permission from [4]).
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simply with a Koopman’s shift (initial state) [14, 17,18].
Atomic vacancies: Typical images of the simultaneously recorded current
and topography images of a local defect are shown in Fig. 3. The topographic
structure of this defect consists of three local depressions with a corrugation
of 0.3 A˚. This strong enhancement of the corrugation, as compared to the ten
times weaker corrugation of defect free zones, is interpreted as atomic vacancies
in the first carbon monolayer, which were formed upon the hydrogen plasma
treatment. The vacancy formation probability is found to be five times smaller
than hydrogen adsorption. The depressions in Fig. 3(b) are separated by 4.1 A˚.
The direction and the distance between the topographic minima show that
carbon atoms of the same type are affected (distance between second nearest
neighbours of the same type is
√
3 · 2.46 A˚ = 4.26 A˚). The current image shows
the enhanced LDOS in the vicinity of the defect and again the (
√
3×√3)R30◦
superlattice, which is visible over 25 lattice constants. The calculated LDOS
for a single atomic vacancy [4] (Fig. 3(c)) shows the same features as we find
for defects showing depressions in the topography image.
The threshold energies for sputtering off carbon atoms has been calcu-
lated by J. Bohdansky and J. Roth [19]. For a target-to-projectile ratio of
M2/M1 ≤ 0.3 the threshold energy is given by the empirical relation Eth =
U0




energy transfer coefficient. For the interaction of hydrogen ions with graphite
an energy threshold of Eth ' 36 eV (where U0 can be approximated by the
heat of sublimation [19] : U0 ' 7.4 eV [20] ) results from these considerations.
The maximum ion energy in ECR plasma treatments is given by the plasma
potential which originates from the different mobilities of electrons and ions.
The potential depends on the chamber geometry and the gas pressure. The
maximum ion energies in the plasma chamber used for this experiment range
from ∼22 eV (10−4 mbar) to about 9 eV (10−1 mbar) [9] which is well below
the estimated energy threshold for vacancy formation by sputtering. A possible
channel for vacancy formation is the neutralization process of the ions. The
charge transfer from the surface to the approaching ion leads to a weakening
and a finite destruction cross section of the sp2 bonds [21].
In summary, our studies of the interaction of hydrogen ions with the
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graphite surface by means of a combined mode of AFM/STM and photo-
electron spectroscopy reveal chemisorption of hydrogen and atomic vacancy
formation on the basal plane of graphite. Chemisorbed hydrogen does not
show any structure in the topography signal but consists of a local charge en-
hancement and a long-range perturbation of the electronic structure consisting
of a (
√
3 × √3)R30◦ superstructure in the LDOS. The range of the modified
electronic structure is of the order of 6 nm. Atomic vacancies consist of local
depressions in the topography image. The current image of this defect type
shows a local charge enhancement, which is in good agreement with the pre-
viously calculated LDOS near an atomic vacancy and again a (
√
3×√3)R30◦
superlattice in the vicinity of the defect. Simultaneous recording of topography
and current signal in the AFM contact mode has been found to be a powerful
tool for imaging both, the topographic structure and the long-range changes in
the LDOS of defects.
Skillful technical assistance was provided by R. Schmid, E. Mooser, O.
Raetzo, Ch. Neururer, and F. Bourqui. This work was supported by the Swiss
National Science Foundation.
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4.2 Charge-density oscillation on graphite in-
duced by the interference of electron waves
P. Ruffieux, M. Bielmann, and P. Gro¨ning
Physics Department, University of Fribourg, Pe´rolles, CH-1700 Fribourg, Switzerland
O. Gro¨ning and L. Schlapbach
Swiss Federal Laboratories for Materials Testing and Research,
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We report on a pronounced redistribution of the local
electronic density of states at the graphite surface, which
is induced by the presence of point defects. Room tem-
perature scanning tunneling microscopy reveals standing
waves in the LDOS which form within a range of ∼6
nm from a single point defect a superstructure that is
commensurate with the graphite lattice. The origin of
the superstructure is the scattering of the electron waves
at point defects which induces the formation of standing
waves in the local density of states. These standing waves
can be directly related to the quasi point like Fermi sur-
face of graphite. A high defect density leads to interfer-
ence of standing waves originating form different defects
and shows a variety of patterns in the charge distribu-
tion. The observed LDOS could be reproduced by a sum
of plane waves with wavevectors that correspond to the
Fermi wavevectors of graphite and adjusted amplitudes
and relative phases.
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Defects are known to play an important role in the local modification of
electronic properties of solids. Their role as electron scatterers and creators of
tunnel junctions has recently been evidenced on carbon nanostructures and has
even allowed the realisation of single molecular electronic devices [1–3]. The
long-range character of the electronic modifications due to defects has been
shown for metals where they are known as Friedel oscillations [4–6]. These
oscillations mediate an indirect interaction between adsorbates which exhibits
the same oscillatory behaviour [5]. Similar oscillations in the charge density
have been observed on the graphite surface with a typical range of the charge
redistribution of ∼ 6 nm [7–9]. On sp2-bonded carbon, the strong redistribution
of the delocalised pi-electronsystem due to point defects can be expected to
cause large local variations in the chemisorption behaviour, for instance for
hydrogen.
In this work we report on the point defect induced charge redistribution at
the graphite surface, which is manifested as standing waves with a wavelength
that corresponds to the Fermi wavelength λF . These standing waves are due
to the scattering of the delocalised electrons at the point defects and can be
directly related to the point like character of the Fermi surface of graphite.
For high defect densitites, the interference of standing waves originating from
different defects leads to a variety of patterns in the local density of states
(LDOS).
Samples of highly oriented pyrolithic graphite (HOPG) were cleaved in situ
under ultrahigh vacuum conditions. Point defects on the clean graphite surface
were created by exposure to a H2 electron cyclotron resonance (ECR) plasma.
A typical ion dose used for the treatment was of the order of 1013 ions/cm−2.
The average ion energy of ∼ 2 eV, has been determined with an electrostatical
analyser. The hydrogen plasma treatment leads to atomic defects consisting
of hydrogen chemisorption on the basal plane of graphite and the formation of
atomic vacancies. After plasma treatment, the sample was transferred to the
vacuum-connected atomic force/scanning tunneling microscope (AFM/STM,
Omicron) working under ultrahigh vacuum conditions at room temperature.
Measurements were performed in the combined mode of AFM/STM using the
normal force as feedback signal and applying a fixed bias voltage between the
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sample and the tip. The recording of the piezo z-position and the tunneling cur-
rent allows the simultaneous determination of the topography and the LDOS.
For this measurement mode we used AFM tips coated with highly conduc-
tive boron doped CVD-diamond. In the absence of defects the usual trigonal
structure with maxima in the LDOS observed on every second atom of the top
layer [10].
Figure 4.4 shows an overview current image (U = 70 mV) of a sample
that has been exposed to H2-plasma for 3 s. As reported earlier, exposure to
hydrogen ions mainly results in two types of defects [8]. Firstly, chemisorp-
tion of hydrogen on the basal plane of graphite and secondly, atomic vacancy
formation. The formation of atomic vacancies is observed with about four
times lower frequency compared to the formation of adsorption defects. Both
types of defects lead to a strong modification of the local electronic structure
near the Fermi level, as observed in the current image. The symmetry of the
short-ranged (∼ 1 nm) modifications has been used to determine the geomet-
ric structure of the defect [7]. In particular, atom vacancies have been shown
to give rise to a local charge enhancement having a threefold symmetry. The
orientation is related to the nearest-neighbour directions of the defect site and
thus allows the separation between α- and β-atom vacancies. Beside these very
local modifications, defects mediate a redistribution of the charge density on
a large scale. For adsorbate and vacancy type defects on graphite we found a
characteristic length of about 6 nm of the modified electronic structure. This
perturbed structure is due to the scattering of electronic states at the impurity
which gives rise to the formation of standing waves in the vicinity of a defect.
The standing waves have a periodicity larger than, but commensurate with the
underlying graphite lattice. From the Fast Fourier Transform (FFT) of current
images in the vicinity of defects, the charge density redistribution expresses
itself as a (
√
3×√3)R30◦ superlattice.
The Fermi surface of graphite consists of small electron and hole pockets
located at the corners of the Brillouin zone which enclose a very low volume.
Figure 4.5 shows the bandstructure of graphite for the high-symmetry line Γ-
K. [11] The weak interaction between the layers lifts the degeneracy of the
bands. The resulting energy splitting of the pi-bands is of 0.7 eV at the K
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Figure 4.4: (a) Current image of sample treated with H2 plasma. The observed
defect density is of the order of 20 per 100 nm2. The data is recorded in the AFM
constant force mode with an gap voltage of 70 mV. The scan range is 16 x 16 nm2.
The data is displayed using a linear grey scale with the highest current (45 nA) in
white. The arrow A markes the position of a vacancy type defect. (b) Line cut at
position B showing the undisturbed lattice. (c) Line cut at position C where the
LDOS is dominated by the
√
3-superstructure.
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points. Accordingly, just one pi-band contributes to the tunneling current if a
small sample bias is applied in a tunneling experiment. As mentioned above,
it contributes to the density of states (DOS) at the Fermi energy (EF ) with
wave vectors corresponding to the K points. An electron at EF thus has a wave
vector of kF = 4pi/3a directed towards a corner of the Brillouin zone (where a
is the lattice constant of graphite (a = 2.46A˚)).
In the case of graphite, backscattering of electrons at surface steps or point
defects is possible via two scattering channels. Reflection via small momentum
scattering is possible via coupling between bands at a K point since they de-
scribe a forward and a backward moving channel. The small momentum scat-
tering conserves the lattice periodicity but can break the rotational symmetry















Figure 4.5: Bandstructure of graphite along the high-symmetry line Γ-K. The calcu-
lation has been performed using the WIEN code [11].
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mentum scattering between two opposite K points. In this case, the required
momentum change from K to K’ equals q = 2kF . This large momentum scat-
tering has also been observed at metal surfaces leading to Friedel oscillations
with a periodicity that is related to the Fermi wave vector of the surface states.
Since in this case, the involved charges form a free electron gas, there is no firm
relation between kF and the lattice parameters and consequently, the ovserved
superstructure in the LDOS is not commensurate with the underlying lattice.
On graphite, however, there is a relation between the lattice and the Fermi
wave vectors, since they coincide with the corners of the first Brillouin zone.
The relation between the momentum change for large momentum scattering
and the lattice parameter is given by q = 2kF = 8pi/3a. The required momen-
tum change is reduced to q = kF if an appropriate reciprocal lattice vector
is taken into account: q = 2kF = kF + G (Fig. 4.6). Therefore, a modula-
tion of the LDOS with a wavelength that corresponds to the Fermi wavelength
λF = 3a/2 is expected for large momentum scattering on graphite.
Figure 4.6 b) shows the Fast Fourier transform (FFT) of the large scale
current image shown in Fig 4.4. Compared to a FFT of the unperturbed
lattice, new peaks appear at smaller wave vectors which match the corners of
the Brillouin zone, i.e. the Fermi wave vectors kj. In the real space image,
this superstructure is observed as a (
√
3 ×√3)R30◦ modulation of the LDOS
in the vicinity of defects. This shows the direct relation existing between the
Fermi surface contour and the observed pattern of the standing waves in the
vicinity of scatterers. The observed
√
3-superstructure in the LDOS and the
absence of rotational symmetry breaking, which would be characteristic for
small momentum scattering, indicate that large momentum scattering is the
dominant reflection mechanism in the presence of point defects on graphite.
On samples with a low defect density, a decay of the intensity on the
superstructure spots in the FFT is observed, as the distance to the nearest
point defect increases. For isolated defects, the superstructure is detected on
a typical range of 20 - 25 lattice constants. The phase, amplitude, and decay
of the standing wave reflect the structure and symmetry of the defect, which
could, in principle, be used for the identification of defects. [6, 7]
For increased defect densities where the typical distance between neigh-
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bouring defects is below the range of the electronic modifications induced by
a single defect, new structures are expected to appear in the LDOS due to
the interference of the standing waves originating from different defects. Such
interference patterns can be observed on samples where the typical distance
between defects is in the range of 20 A˚.
Figure 4.7 shows small area current images of the same high defect density
sample as shown in Fig. 4.4. The images displayed in (b) - (e) are recorded
in-between defects separated by a few nm’s. These areas are all dominated
by the
√
3-superlattice contribution and show the variety of patterns in the
LDOS originating from the interference of two or more standing waves. For
comparison, the current image of a region with low defect density is given in
(a). This region shows the usual graphite lattice periodicity described by the
Figure 4.6: (a) Reciprocal lattice vectors and the 2D Brillouin zone (grey area)
of graphite. The vectors kj give the position of the K points. (b) Two-dimensional
Fourier transform of the current image shown in Fig. 4.4. The spots forming the inner
hexagon represent the
√
3-superstructure observed in the vicinity of defects. Spots
forming the larger hexagon rotated by 30◦ appear at wave vectors that correspond
to reciprocal lattice vectors G. The outermost spots arise from the second harmonic
of the inner hexagon. The spot at k=0 has been removed for better visibility of the
relevant features.
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reciprocal lattice vectors Gi.
Along the connecting line of the scatter centers of two interfering stand-
ing waves, the pattern remains unchanged, as the phase relation is conserved.
However, due to the point-symmetry of the defects, the pattern changes along
other directions. The characteristic range of a single phase is of the order of 20
A˚.
The model of superposed scattered electron wavefunctions suggests a local






where kj denote the corners of the first Brillouin zone, since these are the
only wave vectors allowed for states at the Fermi level. The coefficients φj
are complex amplitudes describing the scattering phase shift and the reflection
amplitudes. Images (f)-(i) show the calculated spatial distribution of |ψ(r)|2
using Eq. (4.1). The complex numbers φj have been adjusted in order to
reproduce the experimentally observed LDOS.
The good agreement between the calculated and the measured LDOS con-
firms the model of interfering standing waves originating from the scattering of
electron wavefunctions at different defect sites. It shows in particular, that the
local distribution of states near the Fermi level between defects is dominated
by standing waves with wave vectors corresponding to the Fermi wave vec-
tors kj and that contributions having the lattice periodicity can be neglected.
The variety of the spatial patterns originates from different phase shifts of the
interfering standing waves that are due to the different relative positions of
the defect sites and possible differences in the scattering potential, if different
defects are present.
The extent of the charge redistribution near defects is further seen in the
enhanced corrugation of the current signal. Compairing line cuts of the undis-
turbed lattice (Fig. 1a) with line cuts of a region where the
√
3-superstructure
dominates (b), shows a corrugation of the tunneling current which is enhanced
by a factor of about 3.
In conclusion, we have observed a marked redistribution of the LDOS in the
vicinity of point defects on the graphite surface. The point defects, consisting
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of hydrogen adsorption sites and atomic vacancies, break the lattice symmtery
and act as scatterers for the delocalised electrons. The resulting standing waves
are observed as a
√
3-superstructure in the tunneling current image which can
be directly related to the point-like contour of the Fermi surface of graphite.
For isolated defects, the typical range of the charge redistribution is of ∼6
nm. Our findings show that the origin of the superstructure in the LDOS
is large momentum scattering of the pi-electrons at the point defects. For
samples with high defect densities, the interference of two or more standing
waves results in a variety of patterns in the LDOS which depends on the relative
phase between the individual standing waves. The experimentally observed
patterns in the LDOS could be reproduced by a simulation where the electron
wavefunctions are described as a superposition of plane waves having wave
vectors that correspond to the corners of the first Brillouin zone which make
up the Fermi surface.
Figure 4.7: (a)-(e) Experimental current images recorded with a gap voltage of 70
meV. The individual images display regions that are present in the overview image
(Fig. 4.4). The scan range for each image is 17.5×17.5 A˚2. (f)-(i) Calculated spatial
maps of |ψ(r)|2 according to Eq. (4.1). Appropriate values of the complex numbers
φj have been selected to match the experimentally observed pattern.
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Beside the influence on the transport properties due to scattering at the
point defects, a modulation of the local reactivity for chemically adsorbing
atoms has to be expected due to the marked redistribution of the LDOS in the
vicinity of the defects.
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We report on the growth of supramolecular columns
of polyaromatic hydrocarbons on Au(111) and Cu(111)
single-crystal surfaces. The lateral separation of the co-
lumns was found to depend on the substrate and is deter-
mined by the commensurately formed superlattice of the
first molecular monolayer. X-ray photoelectron diffrac-
tion in combination with low energy electron diffraction
reveals stack growth with small lateral offsets from the
column axis but with conservation of the molecular ori-
entation. The mechanism of column growth is explained
by simulation results of the intermolecular interaction as-
suming a Lennard-Jones potential. The size of hexaben-
zocoronene and its ability to condense into one - dimen-
sional supramolecular structures make it an ideal candi-
date for the accommodation and the positioning of func-
tional groups to form a functional molecular assembly.
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For the realisation of molecule-based electronic devices the understand-
ing and control of intermolecular and molecule-substrate interactions are cru-
cial [1–4]. Directed supramolecular aggregation is achieved by adjusting in-
termolecular interactions and choosing appropriate substrates [3, 4]. Hexa-
peri -hexabenzocoronene (HBC, C42H18) is a polycyclic aromatic hydrocarbon
and can be viewed as being disc-shaped, hydrogen terminated two-dimensional
graphite sections. The molecules are large enough to accommodate functional
groups and therefore, the study of their growth mode and the control of it are
of great importance. For the hexaalkyl-substituted derivatives of HBC high
solubility and the ability to self-organize into a columnar mesophase in organic
solvents has been shown [5, 6]. These structures are one-dimensional conduc-
tors with a very high charge carrier mobility [6–8]. However, the deposition of
similar one-dimensional structures at surfaces would be desirable in view of a
controlled positioning and orientation of such columns.
In this work we report on the growth mode of thin films of the insoluble
HBC prepared by vacuum sublimation onto Au(111) and Cu(111). We show
that the two-dimensional structural information of the first molecular mono-
layer is transmitted to molecules of the following layers yielding columnar stacks
of HBC with substrate-dependent stack separation. The observed aggregation
into columnar structures is completely different from the well-known herring-
bone bulk structure [9]. The combination of low energy electron diffraction
(LEED) and X-ray photoelectron diffraction (XPD) allows the determination
of the intermolecular ordering and the orientation of the adsorbed molecules
within the columns. XPD in combination with single-scattering cluster (SSC)
calculation has been proven adequate for near-surface and adsorbates structure
determination of carbon allotropes [10,11] and is used here for the determina-
tion of the intracolumn molecular ordering.
Experiments were performed in an OMICRON photoelectron spectrome-
ter modified for motorized sequential angle-scanning data acquisition having a
base pressure in the low 10−11 mbar range. X-ray photoelectron spectra and
diffraction patterns were measured using Mg Kα (hν = 1253.6 eV) radiation.
The preparation of Au(111) and Cu(111) single crystals was done by repeated
cycles of Ar+ ion sputtering and subsequent annealing to 600◦C and 550◦C,
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respectively. HBC was evaporated from a resistively heated stainless steel cru-
cible. After outgassing below the sublimation temperature, molecules were
evaporated at 400◦C with the chamber pressure staying below 1 · 10−9 mbar.
A monolayer of HBC was prepared by evaporation of several layers on the
clean surfaces and subsequent annealing above the sublimation temperature of
HBC, which results in a well ordered HBC monolayer, as confirmed by LEED.
Figure 5.1: Experimental photoelectron diffraction patterns of substrate and mono-
layer film signal. Intensity plots are shown in stereographic projection with the center
showing normal emission and the circle showing emission at ϑ = 90◦. White corre-
sponds to highest intensity. (a) Monolayer of HBC on Au(111). Substrate Au4f7/2
(Ekin = 1170 eV) and C1s (Ekin = 970 eV) signal. (b) Monolayer film on Cu(111).
Cu L3VV (Ekin = 919 eV), C1s (Ekin = 970 eV).
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Figure 1 shows diffraction patterns of the simultaneously recorded C1s and
substrate signals for a monolayer of HBC on Au(111) and Cu(111), respec-
tively. Prominent maxima in the diffraction patterns can be interpreted as
nearest-neighbour directions [12]. For the C1s diffraction pattern the strongest
maxima, originating from the C-C bond directions, are found at angles close to
90◦ off normal, indicating that molecules are adsorbed flat on the surface. The
strongest maxima show the directions of the C-C bonds; focusing in the direc-
tion of the next-nearest neighbours yields weaker features rotated by 30◦ to the
principal maxima. Comparison to the substrate diffraction pattern then allows
the determination of the molecular orientation with respect to the substrate
lattice.





structure, whereas that on Cu(111) shows a LEED pattern corresponding to a










. The combination of the results from XPD and LEED allows a
complete picture of the molecular ordering in terms of intermolecular distance
and molecule orientation (Fig. 2).
On Au(111) HBC has its molecular axis (labeled m in Fig. 2) parallel to
the molecular lattice vector [01] with a nearest-neighbour distance of 15.0 A˚.
On Cu(111) the molecules adsorb with the molecular axis rotated by 9◦ relative
to the molecular lattice vectors and with a nearest-neighbour distance of 14.2
A˚. Structural data of the monolayer systems are summarized in table 5
In general, the two-dimensional ordering depends on the interplay of the
molecule-substrate and the intermolecular interactions. The growth of com-
mensurate superstructures requires a sufficiently strong molecule-substrate in-
teraction. This molecule-substrate interaction modulates the intermolecular
Substrate Superstructure HBC [01] rel. N.-N. Orientation of mol.
to subs. [112] distance axis rel. to HBC [01]
Au(111) (
√
27×√27)R30◦ 60◦ 15.0 A˚ 0◦
Cu(111) (
√
31×√31)R± 8.95◦ 30± 9◦ 14.2 A˚ ±9◦
Table 5.1: Structural data of the two-dimensional HBC films on Au(111) and
Cu(111). The ± stands for the two possible domains on Cu(111).
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potential with a contribution having the periodicity of the substrate lattice.
If this contribution is strong enough, the equilibrium distance between two
molecules in the first monolayer can be changed to a distance that is commen-
surate to the substrate lattice. Furthermore, molecules can be rotated away
Figure 5.2: Two dimensional ordering of HBC molecules on Cu(111) (a) and
Au(111)(b). Lattice vectors of the substrate and the molecular film are indicated
with arrows. Lines labeled m indicate the molcular axis of HBC.
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from the equilibrium orientation in the absence of the substrate interaction,
for which in the case of HBC the molecular axis m is aligned with the [01]
direction. The equilibrium distance d0 found from the intermolecular potential
calculation for a molecular monolayer film is 14.1 A˚ in the absence of substrate
interaction (details of the calculation are given below), which is lower than the
observed nearest-neighbour distances of 15.0 A˚ and 14.2 A˚ for the Au(111) and
Cu(111) surfaces, respectively. The expansion of the molecular lattice by ∼ 6
% on Au(111) and the molecule rotation of 9◦ on Cu(111) indicate a rather
strong molecule-substrate interaction on both investigated substrates resulting
in films with different densities and molecule orientations.
In order to study the three-dimensional stacking of HBC, subsequent layers
have been evaporated onto the ordered monolayer systems. As evidenced by
LEED, the superstructure remains the same as for the monolayer film. [13] The
XPD patterns of ∼ 10A˚ thick multilayers deposited on Cu(111) and Au(111)
are displayed in Fig. 3 a) and b). In contrast to the patterns of monolayer
films, new features are expected to appear at non-grazing emission due to the
appearance of new scatterers in the next higher layer. However, SSC calcula-
tions for the case where all second layer molecules have the same offset with
respect to first layer molecules show much more distinct features near normal
emission than the experimental patterns. This low number and low anisotropy
of features near normal emission of the experimental XPD pattern suggests a
multitude of possible lateral offsets, a model which will be discussed in the last
part. The intensity maxima at grazing emission remain unchanged, indicating
the preservation of molecular orientation during film growth. The degree to
which the orientation is preserved can be estimated from the variation of the
anisotropy of the intensity in the XPD pattern. As at grazing emission surface
sensitivity is highest, changes in anisotropy directly indicate the degree of ori-
entational ordering of the topmost molecules of the stacks. The anisotropy of
the intensity at grazing emission remains on the level of the monolayer system
(0.18) for thicknesses of up to about 20 A˚. For even higher stacks (∼25 A˚) the
anisotropy drops only to 0.14. This is most likely due to an increasing misorder
in the azimuthal orientation and not due to a tilting of the molecules, since
it has been shown for multilayer films deposited on flat substrates, that the
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molecules lie flat for film thicknesses of up to ∼100 A˚ [14]. The results from
LEED and XPD suggest the growth of columns of flat lying molecules where
the molecule orientation in the column is preserved.
Figure 5.3: Multilayer films (n ' 3) of HBC. (a) Experimental XPD pattern of the
C1s signal (Ekin = 970 eV) on Cu(111). (b) Exp. XPD pattern of C1s on Au(111).
(c) SSC pattern calculated for various positions allowed at room temperature (see
text). (d) Averaged SSC pattern for various shifts of subsequent molecules in the
direction of the C-C bond. Offsets for the individual calculations were in the range
of 0.6 to 1.2 A˚. (e) Proposed column structure.
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Figure 5.4: Calculation of the intermolecular potential of a single HBC molecule on
a completed monolayer HBC/Au(111) film. The intermolecular equilibrium distance
in z is found to be 3.4 A˚. (a) Potential as a function of xy-shift with respect to the
center of a molecule of the first layer. (b) Potential as function of y-shift at x=0.
(c) Interaction with nearest-neighbour molecules in the same layer as a function of
molecule orientation.
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The intermolecular potential has been calculated for different stacking
positions of a HBC molecule on a completed monolayer using a Lennard-








scribes well nonbonded intermolecular interactions between hydrocarbons and
fullerenes [15, 16]. The parameters εij and σij for C-C and H-H interactions
are taken from the work of Stuart [15]. The mixed parameters εCH and σCH
are determined according to the Lorentz-Berthelot combining rules [17]. Atom
coordinates of the molecule were taken from the X-ray analysis of Goddard et
al [9]. In order to determine the position a molecule would take when adsorbing
on a completed monolayer, a HBC molecule and its six nearest-neighbours were
taken at fixed positions as determined by LEED and XPD and one molecule
of the second layer was used as probe. The position-dependent potential was
calculated by summing up the interaction potentials of each of the atoms in
the molecule of the second layer with all the atoms of the molecules of the
first layer. A potential plot obtained in this way is shown in Fig. 4 a) show-
ing the dependence on the xy-shift of the top molecule with respect to the
molecule underneath. Coordinates for molecules of the first layer are taken for
the HBC/Au(111) superstructure (see table 5). The vertical equilibrium dis-
tance between two layers is 3.4 A˚. The offset dependence of the intermolecular
potential is dominated by the attractive part of the intermolecular potential
which favours on axis columnar aggregation in order to maximize the overlap-
ping of two molecules. On the other hand the energetically favoured sequence
of stacked graphene sheets is ABA, where subsequent layers are shifted by 1.42
A˚ relative to each other. This contribution can be seen as a
√
3 · 1.42 A˚ modu-
lation of the potential and is responsable for the off-center position (1.2 A˚) of
the potential minimum. However, for a single molecule adsorbed in the second
layer, the absolute potential minimum is found for an azimuthal rotation of 30◦
relative to first-layer molecules (not shown). This orientation of the molecules
becomes unfavorable if nearest-neighbors in the second layer are taken into ac-
count (Fig 4c). The facing hexagon corners of neighboring molecules are in the
repulsive regime of the van der Waals interaction if molecules are not aligned to
molecules of the first layer. This promotes the realignement during film growth
and explains the observed conservation of the molecular orientation on multi-
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layer samples. We performed SSC calculations for molecule stacking sequences
according to the calculated intermolecular potential. The set of offset positions
was chosen to obey the Maxwell-Bolzmann distribution at 300 K with regard
to the calculated potential energy. At room temperature the thermal energy is
high enough to allow lateral offsets of up to ∼ 2A˚. The resulting averaged SSC
pattern is shown in Fig. 3(b) where the intensity near the normal emission
shows indeed a very poor structure due to the averaging of different possible
offsets. This reproduces very well the experimental XPD pattern observed for
the multilayer deposited on Cu(111).
In comparison to Cu(111), the multilayer on Au(111) shows an enhanced
anisotropy at small polar angles, indicating an increased constrain on the pos-
sible offset positions. The remaining structure at ϑ ' 24◦ could be reproduced
with SSC by the average pattern of various lateral offsets in the C-C bond
direction (Fig. 3 d). This preferred offset from the column axis possibly origi-
nates from the interaction with neighbouring molecules of the same layer. The
equilibrium distance between them is 14.1A˚ and thus for the column sepa-
ration on Au(111) (15.0A˚) an attractive force exists between these molecules
resulting in typical offsets of ∼ 1A˚. Larger off-center distances are energetically
unfavourable (Fig. 4b) which promotes the growth of columnar structures with
small lateral offsets.
In conclusion, we have shown that adsorption of HBC on Au(111) and
Cu(111) forms ordered molecular monolayer films with a superlattice that is
commensurate to the substrate lattice due to a sufficent molecule-substrate
interaction. The intermolecular distances on Au(111) and Cu(111) are 15.0
A˚ and 14.2 A˚, respectively. Due to the attractive part of the intermolecular
potential, subsequently deposited molecules are adsorbed flat near the center
of the first-layer molecules. The molecular lattice of the first monolayer is
thus transmitted to the following layers of molecules resulting in the growth
of columnar stacks with conservation of the molecule orientation and a limited
offset from the columnar axis. In that sense, the ordered monolayer system acts
as template for the growth of columnar structures with a substrate dependent
stack separation. The prospect of this work is the building of scaffoldings made
of molecular stacks for the positioning of functional groups.
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In this paper a study of the transmission factor of the
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Omicron EA 125 analyzer equipped with the universal
lens is presented. The procedure is based on a model by
Cross and Castle (J. Electron Spectroscopy Relat. Phe-
nom. 22, 53 (1981)) and is applicable to every spectrom-
eter which can be operated in the Constant Analyzer En-
ergy (CAE) and in the Constant Retarding Ratio (CRR)
measuring mode. The advantage of the method is its in-
dependence on the sample and on the inelastic mean free
path of the electrons. We find that the transmission fac-
tor for the CAE-mode is proportional to E−1kin for most
measuring setups. This dependence is predicted by the-
ory for an ideal analyzer. Deviations from this behavior
are observed if the retarding ratio for a given kinetic en-
ergy is too small. The limit value of the retarding ratio
for ideal behavior, i.e. an E−1kin transmission factor, de-




X-ray photoelectron spectroscopy (XPS) is a widely used and versatile tool to
study the chemical composition within the near surface region of solids [1]. For
an accurate quantitative analysis the intensities of core-level peaks in an XPS
spectrum have to be precisely determined. The photoelectron intensity I of a
core-level measured at a kinetic energy Ekin can be expressed by the following
relation:
I ∝ n · σ · λ(Ekin) · T (Ekin) · cos(θ) (1)
In equation (1) n is number of atoms per area, σ the photoionization cross
section [2], λ(Ekin) the inelastic mean free path of the photoelectrons, T (Ekin)
the analyzer transmission factor (see below) and θ the photoelectron emission
angle with respect to the surface normal. λ(Ekin) depends on the kinetic energy
Ekin and on the interlayer distance d of the sample and can be expressed by [3,4]
(λ(Ekin) and d in A˚):




d3 · Ekin (2)
Within a first approximation, the first term in equation (2) can be ne-




T (Ekin) is the transmission factor of the electron analyzer. The transmis-
sion factor has to be known for a reliable quantitative XPS analysis but this
factor is unique to every analyzer type [5]. In this paper, a detailed study of
the transmission factor for the Omicron EA 125 analyzer is presented [6]. The
results are also valid for the EA 125 HR analyzer which is for all points relevant
to the transmission identical to the EA 125. Note that for many spectrometer
types the factories provide so-called ”sensitivity factors” which include cross-
sections and transmission factors. The procedure we applied is based on work
of Cross and Castle [7] and is applicable to all hemispherical analyzers which
can be used in both, the constant analyzer energy (CAE) mode, as well as in
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the constant retarding ratio (CRR) mode. Basically one has to measure the
same photoelectron spectrum in both measuring modes. From the intensity
ratio of the two spectra the transmission factor can then be determined (see
below).
The advantage of the method is its independence from the X-ray source
and the sample type or quality as long as the X-ray flux and the surface quality
remain constant during the measurements. It is also independent of the mean
free path λ(Ekin). This is important because equation (2) is certainly adequate
for normal metals, but may be different for oxides or polymers for example. In
fact, the sample is here used as an electron source. Often analyzer transmis-
sion factors are determined using an electron point source. Using a sample as
”extended electron source” has the advantage that not only the ideal electron
trajectory in the center of the lens is tested, but also the off-center region, so
that possible lens aberration effects are taken into account.
Figure A.1 shows a schematic representation of the Omicron EA125 ana-
lyzer. Details can be found in [8]. The analyzer consists of a hemisphere and
of an electrostatic lens system (in our setup the so-called universal lens). The
lens system can be divided into two parts: The magnification lenses are used
to adjust the spatial and angular resolution of the analyzer. Three magnifica-
tion modes are available: High (small spot size, low angular resolution), Low
(large spot size, high angular resolution) and Medium (in between Low and
High magnification). The magnification is changed by activating different lens
elements. In the first section of the lens the focussing voltages run proportional
to the electron kinetic energy. For medium and low magnification mode the
lens is operated as a ”single lens”. A non-adjustable aperture at the end of this
lens is put at the position of the disk of least confusion. This is the position
with the maximum electron transmission. This aperture stops the most aber-
rated electrons (and in this respect it is an angle defining aperture) and serves
for pre-defining the sampled area.
The second stage of the lens system is used to retard the photoelectrons
from their kinetic energy in vacuum (Ekin) down to the desired pass energy
(PE) in the hemisphere. This zoom lens stage images the electrons from the



















Figure A.1: Schematic representation of the EA 125 electron analyzer [8].
defining aperture is positioned in its focal plane.
Although discussed as separate stages, the whole lens system was calcu-
lated as one integral unit with the emphasis on focussing and defining an elec-
tron beam from the sample onto the variable entrance slit of the hemisphere.
The following entrance slit apertures are selectable: 6 mm x 12 mm, circular 6
mm diameter, circular 2 mm diameter, circular 1 mm diameter and 1 mm x 12
mm.
Taking the work of Cross and Castle [7], the transmission factor T (Ekin)
can be written as
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T (Ekin) = L(Ekin) ·H(Ekin) (4)
where L(Ekin) is the transmission of the lens system and H(Ekin) the
transmission of the analyzer hemisphere. The derivation of the relations for
the transmission factors is described in [7] and will not be further discussed
here. For the CAE measuring mode the hemisphere and lens transmissions are
given by [7]





In equations (5) and (6) PE is a fixed analyzer pass energy, Ekin the kinetic
energy of the photoelectrons and k a constant which is characteristic for the
analyzer.










Using equations (1) and (4-8) the intensity ratio R(Ekin) between two
XPS spectra with identical settings (same measuring range, same X-ray flux,
no sample degradation etc.), but one measured in the CAE mode and the other








Equation (9) is valid for an ideal electron lens system. Cross and Castle







We will use the 1 + x correction factor only for the kinetic energy term





Using equation (11) we are only fitting the shape of the R(Ekin) curve. The
numerical values of theR(Ekin) curve should be independent of the transmission
factor. It is known [7] that the hemisphere transmission in the CRR mode
is proportional to Ekin (equation (7)). Therefore by using equation (11) the
transmission factor in the CAE mode, the measuring mode which is today
mainly used for XPS experiments, is given by
TCAE(Ekin) ∝ E−xkin (12)
The intensity ratio between two core-level signals 1 (energy E1) and 2




n1 · σ1 ·
√
E1 · cos(θ) · E−x11
n2 · σ2 ·
√
E2 · cos(θ) · E−x22
(13)





n1 · σ1 ·
√
E1 · cos(θ) · (PE ·RR)1+x1 · E−x11
n2 · σ2 ·
√
E2 · cos(θ) · (PE ·RR)1+x2 · E−x22
(14)
Using equation (10) has the disadvantage that for every pass energy the
parameter x has to be determined whereas the x values found using equation
(11) are universal (see also the numerical results in tables A.3 and A.3).
The parameter x can be determined by measuring photoelectron spectra in
the CAE and the CRR mode and to fit the experimental intensity ratio by the
functions shown in equations (10) and (11). It is worthwhile mentioning that x
is the only fit parameter and we would again emphasize that a major advantage
of the procedure described above for the determination of the transmission
factor is that it is completely independent of the knowledge of the inelastic
mean free path λ(Ekin).
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What would be an ideal analyzer transmission factor for quantitative XPS
?
First, the most basic requirement is that the transmission factor is pre-
dictable, i.e. it can be calculated. The transmission factor needs not necessarily
be of a shape as given by equation (11). Any continuous and smooth function
would fulfil this requirement. Discontinuities in a spectrum could be generated
when using non-linear lens curves with not enough support points.
Second, the Helmholtz-Lagrange (H.L.) law [9] states that between two
points 1 and 2, if current is conserved, the product of (object) size a, (accep-
tance) angle ϕ and square root of energy Ekin of the electrons is conserved:
a1 · ϕ1 ·
√
Ekin = a2 · ϕ2 ·
√
PE (15)
Equation (11) is based on this law. A real electron transport system has
all kind of aberrations which through the action of apertures reduce the beam
intensity. We call an analyzer ideal that follows equation (11) with the exponent
x as close as possible to one. It has for given parameters of a and ϕ the highest
possible transmission at a given retard ratio range.
A.2 Experimental
All measurements have been done on an Ar-ion sputtered polycrystalline Al
sample with a diameter of 16 mm. The photoelectrons were excited using a
non-monochromatized Al Kα X-ray source (photon energy 1486.6 eV). For all
measurements it has been checked that sample properties and X-ray flux did not
change during the experiments. Fig. A.2 shows as illustration photoelectron
spectra measured in the CAE mode with a pass energy PE of 40 eV and in the
CRR mode (Retarding ratio RR = 20). Both spectra have been measured in
the Low-Magnification mode and with the 6 mm x 12 mm analyzer entrance
aperture. The relation PE = Ekin
RR
implies that the two spectra should have
the same intensity at a kinetic energy corresponding to the product of RR and
PE, i. e., at 800 eV in this particular case. As indicated by the vertical dashed
line this is in fact the case.
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Fig. A.3 shows as illustration the intensity ratios R(Ekin) measured in
the Low-Magnification lens mode for two different analyzer entrance apertures.
The inset shows an enlargement of both curves for the kinetic energy range
between 1486.6 eV (Al Kα photon energy) and 600 eV. The dotted line has
been obtained using the 6 mm x 12 mm entrance slit, the solid curve with the
circular 6 mm slit.
The spike-like features around 1400 eV kinetic energy can be attributed
to the prominent Al 2s and Al 2p core-level signals (see Fig. A.2): For a
given kinetic energy the pass energies (i.e. the energy resolutions) are different
for a CRR and a CAE spectrum (except for Ekin=800 eV in this particular
case). As a consequence, core-level line shapes are different and this results in

































Figure A.2: Photoelectron spectra of polycrystalline Al measured in the CAE mode
(Pass energy PE = 40 eV) and in the CRR mode (Retarding ratio RR = 20).
116 App. A: Experimental Determination of the Transmission . . .
that for high kinetic energies (1486 - 700 eV) an unique transmission factor for
both settings (6 mm x 12 mm and circular 6 mm entrance slit) exists. For
lower kinetic energies (Ekin < 700 eV) however, significant differences occur.
The quantitative analysis of these curves as well as possible reasons for the
differences at low kinetic energies will be discussed in the next section.
A.3 Results and Discussion
The quantitative analysis of the experimental R(Ekin) curves has been done
using equations (10) and (11). Fig. A.4 illustrates the results using equation
(11) for one specific measurement (PE = 40 eV, RR = 20, Low Magnification
and circular 6 mm entrance slit). Results obtained for other setups are sum-
marized in tables A.3 and A.3. We have divided the curves into four different
kinetic energy ranges: 1486.6 - 700 eV (Fig. A.4a), 700 - 450 eV (Fig. A.4b),
450 - 200 eV (Fig. A.4c), and 200 - 107.6 eV (Fig. A.4d) because better fit
results have been obtained by this than by using one single exponent x over the
whole kinetic energy range. As it is illustrated in Fig. A.4, the different parts
of the experimental R(Ekin) curve (dots) can be adequately fitted (solid lines)
by a E
−(1+x)
kin function. For kinetic energies between 1486.6 eV and 700 eV (Fig.
A.4a) and between 450 eV and 107.6 eV (Figs. A.4c,d) the values found for x
correspond or are very close (0.98, 0.99) to the x = 1 value which is predicted
by theory for an ideal analyzer. The most difficult part to fit is the range
between 700 eV and 450 eV (Fig. A.4b). Even though a value of 0.99 for x is
found, the E
−(1+x)
kin curve follows the experimental curve only approximative.
The above values have been obtained for the low magnification mode. We
have found that for a given pass energy PE, retarding ratio RR and ana-
lyzer entrance slit, there are no differences between the different magnification
modes.
As can be seen from the results shown in Fig. A.4 the EA 125 analyzer
behaves like an ideal analyzer, i.e., the Helmholtz - Lagrange equation (equation
15) is fulfilled. As it will be discussed below this seems not to be the case if
the retarding ratio is too small for a given entrance slit or if the entrance slit
is too large for a given retarding ratio (see also table A.3 and A.3).
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Fig. A.5 shows R(Ekin) curves measured with the 6 mm x 12 mm entrance
slit in the high magnification mode. For both curves a retarding ratio of 20
has been used for the CRR spectrum. The CAE spectrum has been measured
with PE = 40 eV for the R(Ekin) curves in Figs. A.5a and b. For the curves
in Figs. A.5c and d the CAE spectrum has been measured with PE = 20 eV.
It is important to note that the only difference between the curves shown in
Fig. A.5 is that the CAE spectrum in Figs. A.5a,b has been measured with a
lower retarding ratio for a given kinetic energy. The high energy parts (1486.6 -
450 eV kinetic energy) are not shown because for both settings identical values
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Figure A.3: R(Ekin) curves obtained from spectra measured with PE = 40 eV and
RR = 20 for a 6 mm x 12 mm (dotted line) and for a circular 6 mm diameter (solid
line) analyzer entrance slit aperture. The inset shows an enlargement of both curves
for high kinetic energies.
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Ekin between 700 and 450 eV). Significant differences are obeserved for kinetic
energies below 450 eV. For the R(Ekin) curves in Figs. A.5a,b (PE = 40,
RR = 20) no E
−(1+x)
kin dependence (by using equation (11)) is found. From
the experimental finding that only for kinetic energies above 450 eV (for the
specific case of a pass energy of 40 eV and the 6 mm x 12 mm entrance slit) an
ideal analyzer behavior is found (see also Figs. A.5a and b for energies below
450 eV) we can set the lowest kinetic energy for which the analyzer behaves like
an ideal analyzer at 450 eV. Having a pass energy of 40 eV, the limit retarding
ratio (for the 6 mm x 12 mm entrance slit) is therefore about 11. A similar
value is found by the analysis of the R(Ekin) curves shown in Figs. A.5c,d (PE
Figure A.4: (a)-(d): Experimental R(Ekin) curves (dots) and curve fits (solid lines)
using equation (11) for different kinetic energy ranges for the circular 6 mm diameter
entrance slit. All curves have been obtained from spectra measured with PE = 40
eV and RR = 20.
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Entrance slit 1486.6 - 700 eV 700 - 450 e 450 - 200 eV 200 - 107.6 eV
eq.(11)/eq.(10) eq.(11)/eq.(10) eq.(11)/eq.(10) eq.(11)/eq.(10)
circular 2 mm 1.00 / 1.00 0.98 / 1.23 0.98 / 1.11 0.99 / 1.01
circular 6 mm 1.00 / 0.96 0.99 / 1.19 0.98 / 1.06 1.01 / 0.97
6 mm x 12 mm 1.00 / 1.02 1.00 / 0.96 - / 0.84 - / 0.76
1 mm x 12 mm 1.00 / 0.87 1.00 / 1.06 - / 0.88 - / 0.78
Table A.1: Transmission factor exponent x determined using equation (11) (left
column) and equation (10) (right column) for different analyzer entrance slits. The
corresponding R(Ekin) curves have been measured with pass energy PE = 40 eV
and retarding ratio RR = 20. The results are valid for all magnification modes. The
error on x is ±0.01. The - sign indicates that no reasonable curve fit using equation
(11) has been possible.
= 20 eV, RR = 20). Here the limit is at about 200 eV, which corresponds to
a retarding ratio of 10. We can therefore conclude that for the 6 mm x 12 mm
entrance slit the CAE transmission factor is proportional to E−1kin as long as the
retarding ratio is larger than approximately 10. This statement is also valid for
the 1 mm x 12 mm entrance slit. For the circular 6 mm entrance slit the limit
retarding ratio is found to be about 5, for the circular 2 mm slit about 2.5. If
the entrance slit aperture for a given pass energy is reduced an E−xkin behavior
with x = 1 or close to 1 is observed for a larger kinetic energy range (see tables
A.3 and A.3).
This is also illustrated in Figs. A.4c and d, and in Figs. A.5a and b, re-
spectively. All four curves have been obtained by measuring a CRR spectrum
with a retarding ratio of 20 and a CAE spectrum with a pass energy of 40 eV.
Whereas for the circular 6 mm entrance slit measurement (Figs. A.4c,d) the
experimental data at low kinetic energies can be fitted by a function of the form
E
−(1+x)
kin , no E
−(1+x)
kin dependence is found at low kinetic energies for the 6 mm
x 12 mm entrance slit measurement (always by using equation (11)). Again no
differences are found for kinetic energies between 1486.6 and 450 eV. The fact
that no E−xkin dependence of the transmission factor is found at low kinetic en-
ergies in this case may be explained by effects of off-center electron trajectories
which will be most important for large slit apertures. Similar conclusions can
also be made if the CAE spectra are measured with a pass energy of 80 eV.
The results are summarized in table A.3. Compared to the measurements with
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PE = 40 eV (table A.3) the entrance slit apertures have to be further reduced
to get the behavior of an ideal analyzer over a large kinetic energy range.
It is worthwhile to mention that a satisfactory curve fit is always possible
by using equation (10). Results are listed up in tables A.3 and A.3. However
these results are only useful if the ratio of two transmission factors is formed
(see equation (14)). Furthermore, x-values obtained from equation (10) are not
universal but depend on the pass energy.
We will now discuss the fact that deviations from an ideal analyzer oc-
cur for low retarding ratios. The three magnification lenses (see Fig. A.1)
do not change their object size and image size as a function of the retarding
ratio. However, the retarding lenses (see Fig. A.1) select different sections
of the magnification lens image for different retarding ratios. The spot be-
comes smaller for high retarding ratios (i.e. for high kinetic energies) and less
off-center electron trajectories have therefore to be considered. The lower the
retarding ratio, the larger the spot size and as a consequence off-center trajec-
tories become more important. As a further consequence the sample analysis
area and/or the angular resolution will vary in some degree with the kinetic
energy. This spot-size variation as a function of the retarding ratio is a conse-
quence of the H.L. law (equation 15). For a given slit width a2 at the analyser,
a constant pass energy PE, and a constant transmission angle through the
analyser ϕ2 there is a consequence on the input side of the lens system. For a
lower kinetic energy (or lower retard ratio) the product of object size and angle
Entrance slit 1486.6 - 700 eV 700 - 450 eV 450 - 200 eV 200 - 107.6 eV
eq.(11)/eq.(10) eq.(11)/eq.(10) eq.(11)/eq.(10) eq.(11)/eq. (10)
circular 2 mm 0.99 / 1.16 0.98 / 1.10 0.98 / 1.06 - / 0.95
circular 6 mm 1.00 / 1.03 1.00 / 0.99 - / 0.92 - / 0.81
6 mm x 12 mm 1.01 / 0.85 - / 0.81 - / 0.74 - / 0.67
Table A.2: Transmission factor exponent x determined using equation (11) (left
column) and equation (10) (right column) for different analyzer entrance slits. The
corresponding R(Ekin) curves have been measured with pass energy PE = 80 eV
and retarding ratio RR = 20. The results are valid for all magnification modes. The
error on x is ±0.01. The - sign indicates that no reasonable curve fit using equation
(11) has been possible.
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Figure A.5: (a)-(d): Experimental R(Ekin) curves (dots) and curve fits (solid lines)
using equation (11) for different kinetic energy ranges for the 6 mm x 12 mm entrance
slit. The curves have been obtained from spectra measured with RR = 20 eV and
PE = 40 eV (a and b), and PE = 20 (c and d), respectively.
has to increase in order to fulfil equation (15). As a consequence, one needs
homogeneous samples within the whole probed area. However, this behavior is
suitable for a comfortable chemical characterization of a material.
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Scientific work of recent years has shown that the successful description of
phenomena at surfaces and in solids requires, beside the theoretical description,
various experimental methods. Among the most successful recently developed
methods are the scanning probe techniques. Their direct imaging capabili-
ties on the atomic level have brought the missing piece for several questions
related to surface phenomena. I hope to have convinced the reader that the
area-integrating photoemission techniques and scanning probe microscopy are
a powerful combination for the description of the surface and the near-surface
region of solids and adsorbed molecule layers in the sense of yielding com-
plementary information. Whereas XPD and ARUPS are well suited for the
atomic and electronic structure determination of highly ordered and homoge-
neous thin films and near surface regions, the description of defects and other
low-symmetry structures has to be addressed by the scanning probe techniques.
As exemplified by the presented results for sp2-bonded carbon, scanning
probe microscopy allows a profound insight into the local electronic structure
of surfaces. However, although it reveals the function of the defects as scatter-
ers for the delocalised electrons, the effect on the charge transport properties
cannot be given quantitatively. Therefore, a future challenge will be the com-
bination of the measurement of transport properties of carbon nanostructures
(e.g. nanotubes) and the identification and modification of scatter-active de-
fects with scanning probe microscopy. This step is necessary in order to allow
the ‘design’ of devices with electronic functions on these nanostructures.
The investigations on the molecular films of HBC on metal surfaces have
shown the influence of the substrate-molecule interaction on the structural pa-
rameters of the molecular assembly. To go one step further and to use the
multiple chemical variations of HBC molecules as initial points for the build-
ing of molecular heterostructures, larger separations between the molecules are
required. For this purpose, substrates with appropriate densities of molecule-
specific nucleation centers need to be found, which demands a profound un-
derstanding and the possibility of adjustment of the molecule-substrate inter-
action. Therefore, an indespensable requirement to succeed in this field, is a
125
close collaboration between chemistry and physics.
Although only a very limited number of answers can be given during a
thesis and many more questions arise, I hope to have shown that interesting
phenomena arise in the presented systems which are relevant for the character-
isation and design of structures on the nm-level. By all means, there remain
numerous challenging tasks to be tackled for future investigations in this field.
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